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In this paper, the temperature dependent lasing characteristics of solution-processed organic-inor-

ganic halide perovskite CH3NH3PbI3 films have been demonstrated. The lasing temperature can be

sustained up to a near room temperature at 260 K. Via the temperature dependent photolumines-

cence (PL) measurements, an emerged phase-transition band can be observed, ascribing to the crys-

talline structures changed from the orthorhombic to tetragonal phase states in the perovskites as a

function of a gradual increase in the ambient temperature. The optical characteristics of the PL

emission peaks and the anomalous shifts of the peak intensities are highly correspondent with the

phase states in perovskites at different temperatures, showing a low-threshold lasing behavior at

the phase transition. The laser cavities may be formed under multiple random scattering provided

by the polycrystalline grain boundary and/or phase separation upon the phase transition. Since the

threshold gain is potentially high in the random cavities, the large material gain exhibited by the

solution-processed perovskite would be very promising in making practical laser devices. VC 2014

AIP Publishing LLC. [http://dx.doi.org/10.1063/1.4903877]

Solution processable optoelectronic materials are fasci-

nated for their great capabilities in the cost-effective and

large-scale manufacturing in optoelectronics devices.

Among the tremendous research efforts conducted during in

the last 2 years, the hybrid organic-inorganic metal-halide

perovskites now show the photovoltaic power conversion ef-

ficiency approaching 18% and long-range balanced electron-

hole transport distances.1–6 More interestingly, the solution-

processed perovskite films recently have shown promising

photoluminescence (PL) quantum efficiencies exceeding

70% and the wavelength-tunable lasing performance in

hybrid perovskite films with different halides, making them

a promising candidate for the applications in efficient light

emitting diodes (LEDs) and on-chip coherent light sour-

ces.7,8 Therefore, numerous studies, which focused on the

excitonic properties, recombination lifetimes, optical absorb-

ance, and carrier mobilties, have been made to investigate

the specific material properties in the perovskite films,

revealing the optoelectronic processes accompanied with

established theoretical models.9–16

Hybrid organic-inorganic perovskites are intrinsically

complex materials. The existence of various crystalline

structures or phase states at different ambient temperatures

may cause intricate interactions between structural disorders,

resulting in different materials properties and optical charac-

teristics. From the previous experiments and theoretical stud-

ies,17–23 the fundamental CH3NH3PbX3 (X: Cr, Br, or I)

halide structures are basically built of the organic

(CH3NH3)þ cation and (PbX3)� inorganic anion. The versa-

tility of the organic part affords the possibility of fine tuning

material properties, thus affecting the optical performance of

different perovskites. For example, the optical spectra of

engineered lead halide organic-inorganic perovskites can be

easily tailored by varying the organic cation, giving a great

improvement of the optical efficiencies and fine tuning of the

emission wavelengths.24 Also, self-assembled layered perov-

skite structures have recently shown enhanced nonlinear op-

tical properties in microcavities.25 In this paper, we

investigate the relation between the phase-transition of the

perovskite thin films and the lasing mechanism at different

phase states. It may provide further studies on the perspec-

tives of future lasing and lighting industries.

To prepare the solution-processed organic-inorganic ha-

lide perovskite thin films, lead iodide (PbI2, Sigma-Aldrich)

was first dissolved completely in N,N-dimethylformamide

(DMF) and the solution was kept stirring at 60 �C overnight

inside a nitrogen-filled glove box. The weight percentage of

PbI2 was controlled at 30 wt. %. For the fabrication of the

perovskite films, the as-prepared PbI2 solution was first spin-

coated on a 70 �C UV-cleaned glass substrate at 6000 rpm

for 30 s, and the yellow PbI2 film was subsequently dried at

70 �C for 15 min as the diagram schematically described in

Fig. 1(a). Next, the PbI2 film was covered with a 1 wt.% pre-

cursor solution of methylammonium iodide (CH3NH3I) in 2-

propanol (IPA) at room temperature. The IPA solution was

gradually dried in 40 s and the sample was subject to a spin-

coating process in order to remove the solvent completely.

The resulting films were annealed at 100 �C for 2 h to form

the dark-brown CH3NH3PbI3 perovskite layers of around

300 nm in thickness. By conducting the spectral measure-

ment at room temperature, the ground state absorption spec-

trum of the fabricated perovskite thin films can be acquired

as the result (blue line) demonstrated in Fig. 1(d), exhibiting

an absorption edge of around 1.59 eV. Such an absorption

edge is consistent with the previous reports and it may
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attribute to the direct bandgap transition from the valence

band maximum to the conduction band minimum in

CH3NH3PbI3.3,4,16,26

To investigate the coherent light emission properties at

different crystalline phase states of the organic-inorganic ha-

lide perovskite thin films, the temperature-dependent PL

measurements were conducted using a third harmonic gener-

ation (THG) of a Nd:YVO4 pulse laser as an optical excita-

tion source of 355 nm, while the pulse duration and the

repetition rate were 0.5 ns and 1 kHz, respectively. By

launching the laser light beam into a microscope objective

lens of 0.55 N.A., the focal spot size can be concentrated at

around 10 lm in diameter, irradiating on the perovskite sam-

ple surface. Light emitted from the perovskites was collected

by the same objective lens and transmitted through a UV op-

tical fiber of an angular resolution of 1� into a monochroma-

tor (Horiba iHR320) with a spectral resolution of 0.2 nm

together with a nitrogen cooled charge-coupled device

(CCD), recording the PL emission spectra at different char-

acteristic excitation powers and ambient temperatures.

Figure 1(d) represents one of the measured PL spectra (red

line) as the perovskite film was pumped with a weak optical

excitation at room temperature (300 K), exhibiting a maxi-

mum intensity of the photon emission close to the absorption

edge. Thus, the light emission behaviors in the phase transi-

tion of the perovskite thin films may be investigated and ana-

lyzed via a series of PL measurements conducted at different

temperatures.

The temperature-dependent PL emission spectra of the

fabricated organic-inorganic lead halide perovskite films are

shown in Fig. 2, while the optical excitation is set at a low

pumping power of 100 lW in order to thoroughly compre-

hend the phase transition in the perovskites in a broad tem-

perature range. Regarding the PL measurements in a

sequence of heating process from 77 K to 240 K, a sharp

peak with the maximum spectral intensity occurs at the tem-

perature of 120 K and the corresponding PL emission

spectrum is centered at 784 nm. Above or below this charac-

teristic temperature Tc, all the other PL emission spectra

show a blue-shift tendency on their central wavelengths, thus

giving an obvious variation of the spectral characteristics in

a range of temperatures from 120 K to 160 K as indicated in

Fig. 2. Such a temperature range of the PL spectral behavior

change may refer to a structural phase transition which

occurs from an orthorhombic to a tetragonal crystalline

structures during the temperature-increasing process.12,27–29

This orthorhombic-to-tetragonal phase transition, accompa-

nied by a tilting of the PbI6-octahedra out of the ab-plane,

has been observed in several temperature-dependent

studies.28,29

At low temperatures around the characteristic tempera-

ture Tc, the PL emission peak at around 784 nm is attributed

to the excitonic transition in the perovskites, while with a

further reduction of temperature a second excitonic peak

emerges at �740 nm.12 This second excitonic peak indicates

that two crystalline phases coexist, since our fabricated per-

ovskite films are polycrystalline and may gain the strength in

intensity as the temperature decreases to extremely low,

whereas the first emission peak disappears. Above the

FIG. 1. Schematic diagram of the perovskite CH3NH3PbI3 films prepared in

solution processes. (a) The yellow lead iodide PbI2 is dissolved in DMF so-

lution and then dried using a hot-plate heating at 70 �C for 15 min. (b) After

dropping 1 wt. % methylammonium iodide CH3NH3I precursor onto the

cooled PbI2 film, the PbI2/CH3NH3I stacking films are heated at 100 �C for 2

h to form dark-brown CH3NH3PbI3 perovskite layers as shown in (c). The

thickness of the solution-processed perovskite films is about 300 nm. (d)

Ground state absorption (blue) and PL emission (red) spectra of the fabri-

cated perovskite thin film is measured at room temperature, indicating that

the photon emission energy is close to the absorption edge of the perovskite

films at around 1.59 eV.

FIG. 2. Temperature-dependent PL measurements of the organic-inorganic

halide perovskite films at a low optical pumping power of 100 lW. The tem-

perature is varied in a range from 77 K to 240 K. In the PL measurements,

the wavelength of a Nd:YVO4 pulse laser light source is 355 nm, and the

spot size is focused by a microscope objective lens (N.A.:0.55, 100�) at

around 10 lm in diameter. The maximum photon emission intensity occurs

at the temperature of 120 K, while the PL spectrum is centered at 784 nm.

Above or below this characteristic temperature Tc, all the other PL emission

spectra show a blue-shift tendency in their central wavelengths, indicating a

distinguished phase transition band occurs in the range from 120 K to 160 K.

The inset shows the corresponding emission linewidths of each PL emission

peak.

231108-2 Kao et al. Appl. Phys. Lett. 105, 231108 (2014)
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temperature Tc, the excitonic peak dramatically decreases

with blue shifts of the spectral centers in the heating process

towards to the room temperature. This phenomenon, as well

as the anomalous Varshni trend observed in lead/cupper

composite semiconductors, may result from the interactions

between the electron–phonon renormalization and the ther-

mal expansion in perovskites when the ambient temperature

increases.12,30,31

The perovskite films stated above also provide a signifi-

cant light emission enhancement for lasing with a low

threshold at around the temperature Tc. Figure 3(a) shows

the lasing characteristics of the perovskite films in an optical

excitation power range from 10 lW to 1 mW at the tempera-

ture of 120 K. Under low optical power excitation, only very

broad spontaneous emission spectra can be observed at the

spectral centers of around 784 nm. With a gradually

increased pumping powers, the emission intensity increases

dramatically as the excitation power exceeds 250 lW, while

the emission peak appears at around 800 nm as represented

in the inset figure. The energy difference between the lasing

and the spontaneous emission peaks is around 30 meV.

Figure 3(b) shows the light-light (L-L) plot of the lasing

mode and the significant reduction in corresponding line-

widths at full width at half maximum (FWHM) of the peaks

occurred at around 800 nm. Eventually, the FWHM drops

down to about 4 nm from �25 nm as blue dots shown in Fig.

3(b). Both the results show a typical fingerprint for lasing

and give an estimation of the threshold power at around

250 lW. Since there is no specifically defined laser cavities

in these perovskite films, the optical feedback for lasing

could be formed via random scattering provided by the poly-

crystalline grain boundary and/or phase separation upon the

phase transition which may originate from the generated

crystalline structures at different sizes and co-existing phase

states randomly distributed in perovskite thin films.32–36 The

proposed lasing mechanism is schematically depicted as the

inset shown in Fig. 3(b). The random scattering also facili-

tates stronger spontaneous emission intensity at the tempera-

ture of 120 K.

Regarding the lasing stability of the perovskite thin films

modulated with time, the lasing characteristics measure-

ments were conducted by keeping the perovskite films in a

high-vacuum chamber, thus preventing the hydrolysis of the

perovskite materials and maintaining the lasing stability for

a longer period of time.

The lasing mechanism at low temperatures can be further

explained as follows.28 Since our fabricated organic-inorganic

perovskite thin films are considered as polycrystalline struc-

tures, the tetragonal phase may coexist with the orthorhombic

crystallites at different temperatures with various composition

ratios. In the coexisting crystallographic phases, the tetragonal

inclusions can trap more photo-excited carriers than the ortho-

rhombic crystallites due to the lower conduction band in the

tetragonal phases. Upon stronger excitation, the carrier density

in tetragonal crystallites may saturate and a significant number

of carriers may recombine within the orthorhombic phase,

hence causing substantial emission at the correspondingly

higher energy and thus slight spectral blue-shifts before the

lasing starts. The presumption of the coexisting states may

also indicate that the carrier density and the number of the tet-

ragonal phase are at an equilibrium state at the temperature of

120 K, giving the lowest power threshold for lasing as indi-

cated in Fig. 4(a). Upon the further reduction of temperature,

more orthorhombic phases were generated in perovskite thin

films, causing a higher power threshold. Furthermore, under

weak excitation, the low number of initially free carriers may

just partially fill the sub-gap distribution of states in the tetrag-

onal crystallites, giving a broadened and downshifted emission

observed from the PL emission spectra.

As the temperature exceeds 120 K, the lasing threshold

continues to increase because of the thermal broadening of

gain peak, which is similar to the conventional lasing behav-

ior. Figure 4(b) represents the peak position difference

(detuning) between the lasing mode and the spontaneous

emission of the organic-inorganic perovskites at different

temperatures. The detuning originates from the balance

between absorption spectra of the perovskite thin films and

light amplification spectra formed by the random cavities.

As the results shown in the figure, the spectral peak positions

of the spontaneous emission are quite close to the lasing

FIG. 3. Lasing characteristics of the perovskite films recorded as a function

of optical pumping powers at the temperature of 120 K. (a) PL emission

spectra of the fabricated perovskite films photo-excited at different optical

pumping powers from 10 lW to 1 mW. The inset denotes the maximum

photon emission energy at each PL measurement. (b) L-L curve (red) plotted

in a log-linear scale and the corresponding linewidths (blue) as a function of

incident optical pumping powers. A distinguished lasing behavior takes

place at the threshold pumping power, Pth, of around 250 lW. The schematic

draw depicts the proposed lasing mechanism via random scattering provided

by the polycrystalline grain boundary and/or phase separation upon the

phase transition.
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peaks as the temperature is lower than the characteristic tem-

perature Tc. With an increase of the ambient temperature, the

emission wavelength of the lasing mode slightly shifts 10 nm

in a broad temperature range, while the spontaneous emis-

sion shows a dramatic change from 787 nm to 753 nm, corre-

sponding an energy difference of about 70 meV. The

increasing detuning value could be the results of broadening

absorption edge as the temperature is elevated, which pushes

the lasing peak away from the spontaneous emission peak.

This increasing detuning value agrees well to the linewidth

broadening of spontaneous emission shown in the inset of

Fig. 2. The lasing characteristics we can observe is up to a

near room temperature of 260 K as shown in the inset of Fig.

4(a). Although the perovskite films exhibit inherent instabil-

ity in their compositions under UV illumination,37 we may

expect that the low threshold perovskite lasers still can be

accomplished and operated at room temperature, since the

well-defined resonant cavity is formed. Moreover, the better

lasing performance can be acquired once we use a pumping

source in the visible wavelength range.

In summary, we have investigated the temperature de-

pendent photoluminescence emission from the organic-

inorganic halide perovskite CH3NH3PbI3 thin films which

were synthesized via a relatively simple solution process in

fabrications. A phase-transition band can be located, ascrib-

ing to orthorhombic-to-tetragonal phase transition in the

perovskites within a heating process from low to high tem-

perature. The optical characteristics of the PL emission

peaks and the anomalous shifts of the peak intensities are

highly correspondent with the phase states in perovskites at

different ambient temperatures. In addition, we have demon-

strated the temperature dependent lasing characteristics,

while the lasing temperature can be sustained up to 260 K.

The carrier trapping and photon scattering are significantly

influenced by the phase transition and in turn result in anom-

alous lasing characteristics. On the other hand, the relative

large optical gain bearing the random lasing in the solution-

processed perovskite thin films indicates that the efficient

and cost-effective coherent light sources can be implemented

in the near future.
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