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In this article, quantum-dot infrared photodetectorssQDIPsd with 10- and 30-period InAs/GaAs
quantum-dot structures are investigated. High responsivity of 2.37 A/W and detectivity of 2.48
31010 cm Hz1/2/W for 30-period QDIPs under 10 K are observed at −2.7 and 1.2 V, respectively.
Almost symmetric photocurrents and dark currents under positive and negative biases are observed
for both devices, which indicate a minor influence of the wetting layer on the performance of
QDIPs. Lower dark current and increased photocurrent for the 30-period QDIPs would predict a
better performance for devices with over a 30-period QD structure.© 2005 American Vacuum

Society.fDOI: 10.1116/1.1900730g
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With self-assembled InAs/GaAs quantum dotssQDsd as
the absorption medium, QD infrared photodetectorssQDIPsd
have revealed its potential in the application of infraredsIRd
detection.1–11 Compared with conventional quantum-well
frared photodetectors, normal-incident absorption, wide
tection window, and higher-temperature operation
reported.1–7 However, the influences of sample structures
the device performances are not optimized yet. In this ar
the influence of InAs/GaAs QD layer number on the per
mances of QDIPs is investigated. Compared with a 10-pe
QDIP, higher responsivity and detectivity are observed f
30-period QDIP. Also observed is the symmetric photo-
dark currents for both devices, which implies the minor
fluence of a wetting layer on the performances of the QD
A discontinuity observed in the dark current measurem
for a 30-period QDIP is attributed to the occurrence of
quential resonant tunneling under appropriate voltage.12

The InAs/GaAs QD samples are prepared by R
Epineat solid-source molecular-beam epitaxy on s
insulating GaAs substrates. 10- or 30-period 2.63 mono
sML d InAs/30 nm GaAs QDIP samples, referred to as
vices A or B are sandwiched between 0.5 and 1mm thick
GaAs contact layers withn=131018 cm−3. The InAs QD
region is n-type doped to 131018 cm−3. The growth tem
perature for the InAs QDs is 495 °C, while a higher gro
temperature, 600 °C, is adopted for the GaAs barrier la
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After mesa formation and metal evaporation,
3100 mm2 devices are fabricated. The device structur
shown in Fig. 1. and the insert in the figure shows the at
force microscopysAFMd image of the InAs QDs grown u
der the same growth condition. Uniform QD distribution
observed from the AFM image. According to the AFM m
surements, the QD density is,731010 cm−2. The 1
31018 cm−3 doping density at the InAs QD region wou
therefore correspond to a Si donor at each QD on ave
The measurement of spectral responses is performed
an edge-coupling scheme.4–6 For this purpose, the devic
are 45° polished at one side of the sample. The measure
system for spectral responses consists of a Spectral One
rier transformation spectroscopy coupling with ARC cr

FIG. 1. Device structures of Devices A and B. The inset shows the

image of the InAs QDs grown under the same growth condition.
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genics and a MODEL SR570 current preamplifi
Temperature-dependent dark current-voltage characte
are measured with a Keithley 236 source measure unit a
same ARC cryogenics.

The spectral responses measured at 10 K with diffe
applied voltages are shown in Fig. 2. Higher peak respo
ity 2.37 A/W at −2.7 V is observed for Device B while D
vice A shows a peak of 0.98 A/W at −0.7 V. The photoc
rent for Device B is three times higher than that of Devic
for the same electrical field. This increase indicated a
saturated photocurrent up to a 30-period QD struc
Higher responsivity with more than a 30-period QD struc
is expected. Another phenomenon observed in Fig. 2 i
symmetric photocurrents for both devices under positive
negative biases. According to a previous report,13 the spectra
response of a InAs/GaAs QDIP consists of several trans
mechanisms involving QD confinement states to we
layer photoexcitation. The wetting layer-to-continuum tra
tion is not observed either under an edge-coupling schem
normal-incident condition. And, due to the fact that the m
tistacked QD structure is always adopted for QDIPs, the
cident IR light has to go through multi-QD and wetting la
regions either under normal-incident or edge-coupling
ditions. Therefore, the phenomena of symmetric phocur
are attributed to the minor influences of the wetting layer
the three-dimensional character of the InAs QDs on the
formance of the QDIPs.

The spectral responses of Device B under 10, 50,
100 K at an applied voltage of 0.5 V are shown in Fig
Increasing spectral responses with increasing temperat
observed, where a more pronounced increase in the w
length range of 3–6mm is observed. This phenomenon
attributed to the depopulation of electrons at the exc
states with increasing temperature, such that the groun
excited state transition is increased.4 The detectivityD* is
determined following the equation that detectivityD*

1/2

FIG. 2. 10 K spectral responses of Devices A and B at +0.7 and +2
respectively.
=RsABd / in, whereR, A, in, andB are the peak responsiv-

J. Vac. Sci. Technol. B, Vol. 23, No. 3, May/Jun 2005

ibution subject to AVS license or copyright; see http://scitation.aip.org/term
s
e

t
-

-
.

e

r

s

-

is
-

-

ity, device area, noise current, and measurement bandw
respectively. The noise current,in, could be derived throug
the relationin

2=4egIdB, whereId is the current under the da
environment andg is the gain assumed to be 1.3–6 The
6.2 mm peak detectivities for Device B at 0.5 V under
50, and 100 K are 6.253108, 3.823107, and 2.66
3107 cm Hz1/2/W, respectively. Although high responsiv
of 8 A/W is observed with increasing temperature up
100 K, the peak detectivities at 6.2mm decrease due to t
more rapid increase of dark current with increasing temp
ture compared with the case for photocurrent.

The dark current densities for Devices A and B un
10 K are shown in Fig. 4. The lower dark current for Dev
B is attributed to the increase of QD period such that
total barrier thickness is increased. Also shown in Fig.
the abrupt dark current increase for Device B at,1.5 and
−1 V, respectively, which is attributed to the sequential r

FIG. 3. Spectral response of Device B under 10, 50, and 100 K at ap
voltage 0.5 V.

FIG. 4. Dark current density of Devices A and B under 10 K. The i

shows the schematic diagram for the phenomenon of SRT.
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nant tunnelingsSRTd at an appropriate voltage as shown
the inset of Fig. 4.12 Since the dominant dark current co
ponent for a temperature higher than 60 K is the thermi
emission current,10,11 the activation energies under differe
biases can be derived through the curve fitting for the
currents with the equationID,T2e−Ea/kT, where T is tem-
perature andEa is the activation energy which equalssDEc

−EFd.6 DEc is the conduction-band discontinuity andEF is
the Fermi level. The derived zero-bias activation energie
25 and 112 meV for Devices A and B, respectively. Symm
ric activation energies under different polarities of app
voltage are consistent with the symmetric photocurr
Higher activation energy at zero-applied bias for Devic
would indicate a lower dark current with an increasing
layer number. Due to the higher photocurrent and lower
current, high 6.2mm detectivity of 2.4831010 cm Hz1/2/W
for Device B at 10 K with responsivity 42.9 mA/W at 1.2
is observed. Compared with the peak detectivity 1
3109 cm Hz1/2/W with responsivity 16.4 mA/W for Devic
A, Device B has,20 times higher peak detectivity. A high
detectivity of Device B results in a higher backgrou
limited performance temperature of 60 K compared w
30 K for Device A.

In conclusion, symmetric photocurrents and dark curr
under positive and negative biases are observed for bot
vices, which indicate a minor influence of the wetting la
and the three-dimensional character of the InAs QDs on
performance of QDIPs. And due to the increase of dark

rents usually being more pronounced than photocurrents, th
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phenomenon would result in different applied voltages
peak detectivity and peak responsivity to occur. There
for a 30-period QDIP under 10 K, peak responsivity
2.37 A/W and detectivity of 2.4831010 cm Hz1/2/W are ob-
served at −2.7 and 1.2 V, respectively. Lower dark cur
and nonsaturated photocurrent for the 30-period QDIP w
indicate that better performance could be obtained for
vices with a layer number over 30. A discontinuity obser
in the dark current measurement at,1.5 and −1 V for the
30-period QDIP is attributed to the occurrence of SRT.
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