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Abstract 

We measured I-V characteristics and electrical resistance, in the temperature range from room temperature to 
above 600 K in order to obtain nanodevices. Measurements were taken on a single V2O5 nanowire deposited on a Si 
template, where two-point and four-point metallic contacts were previously made using e-beam lithography. In both 
two- and four-point probe measurements, the I-V curves were clearly linear and symmetrical with respect to both 
axes. Drastic reduction in electrical resistance and deviation from single valued activation energy with increasing 
temperature indicated phase transitions taking place in the nanowire. From temperature-dependent HR-Micro 
Raman measurements, reductions from V2O5 to VO2/V2O3 phases took place at a temperature as low as 500 K, when 
electrons were injected to the nanowire through electrical contacts. 

© 2010 Published by Elsevier B.V. 
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1. Introduction 

Recently, there has been a great interest on new types of nanodevices based on metal-oxide nanowires or 
nanotubes. Metal oxides with one-dimensional (1D) structures, such as a nanowire, nanotube, nanorods, and 
nanoribbon, show unique physical and chemical properties because of their large surface area and unique shape, 
making these materials effective for applications in photovoltaic devices [1-3], field emission display [4,5], and so 
on. Therefore, synthesizing novel metal-oxide nanostructures and probing their intrinsic properties are critical to 
assess their possible role in new types of nanoscale devices.  

Among these metal oxide semiconductors, vanadium pentoxide has attracted considerable interest over the 
years owing to its wide range of applications. Vanadium oxide and its derivated compounds [6] have been applied in 
catalytic and electrochemical fields due to their outstanding structural flexibility combined with chemical and 
physical properties [7,8]. Vanadium pentoxide oxide phase crystallized in 2D network structures can be regarded as 
a layered structure compound in which VO5 square pyramids with a five-fold coordination of vanadium and oxygen 
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atoms are connected by sharing corners and edges [9]. V2O5 has a bandgap of ~ 2.5 eV. Prospective applications 
include photo- and electro-chromic devices [1,3], chemical and gas sensing [10-13], catalysis [14], and positive 
electrodes of rechargeable lithium battery [15,16].  

V2O5 with a 1D nanostructure has been successfully synthesized via template-assisted growth [17], 
surfactant/inorganic self-assembly, e-beam sputtering, chemical vapor deposition [18], pulse laser deposition [19,20], 
hydrothermal approach [17,21-23], and vapor pyrolytic deposition [24]. The electrical transport mechanism in V2O5

nanofibers has been studied in detail [25,26] at low temperature and room temperature. The conductivity of an 
individual V2O5 fiber was estimated to be ~ 0.5 S/cm at 300 K. N-type enhancement FET-like behavior was 
demonstrated for individual V2O5 nanofibers at low temperature. The charge transport takes place through electron 
hopping between VIV (impurities) and VV centers. Chemiresistor-type gas sensors with high sensitivity and 
selectivity to amines were fabricated by depositing V2O5 nanofibers onto silicon templates [27]. More recently, I-V 
characteristics and electrical resistance were measured on V2O5-x – polyaniline nanorods with inter-digital metallic 
contacts made by lithography [28] from 300 - 140 K. The I-V curves were nonlinear and symmetrical with electrical 
conductivity values near 0.1 S/cm at room temperature. In this present work, resistivity of a single V2O5 nanowire 
and contact resistance were accurately determined using three different probe schemes at room temperature. The 
wire was also transformed from a phase of pure V2O5 into mixed phases containing V2O3 and VO2 at a temperature 
as low as 500 K when under electrical bias. 

2. Experimental 

 Our V2O5 nanowires were grown on a conducting glass substrate combining gaseous transport and 
pyrolytic deposition of vanadium polyoxometalate anions, which yield vertically aligned V2O5 nanowires. The XRD 
pattern of the nanowires was indexed to the orthorhombic V2O5 structures. No signals due to impurity phases were 
detected. The HR-TEM image and SAED pattern confirm that the grown nanowires are single crystalline in nature 
and grown preferentially along one direction [010]. The synthesized V2O5 wires show ribbon-like morphology with 
an average width within 200 - 500 nm and a length up to several tens of micrometers. Details of the crystal growth 
and characterizations have been published elsewhere [24]. 

Fabrication processes of the single nanowire-based devices are given as follows. The V2O5 nanowire powder 
was first diluted in 10 ml deionized (DI) water and ethanol (or acetone) mixture. The solution was then placed in an 
ultrasonic bath operated at a vibration frequency of 185 KHz for 30 min to prevent cluster formation. A test drop of 
the solution was placed on a bare Si wafer. After the solution dried out, scanning electron microscope (SEM) images 
were taken to examine nanowire clustering. The concentration of the solution was continuously diluted and adjusted 
until the nanostructures can be well dispersed on the Si template.  

Two-point and four-point metal contacts on Si templates were designed and fabricated to position a dispersed 
single nanowire. The templates used were commercially available 4-inch silicon wafers with (001) crystal 
orientation and n-type background doping. The surface of the Si substrate was passivated in advance using a 
thermally grown SiO2 layer with a thickness of 2000 Å. This was to avoid leakage current through the substrate 
during current–voltage (I-V) measurements. The Si wafer was first diced into 2 x 2 cm chips. A pattern of two-
dimensional arrays of cross-finger-type Al or Ti/Au pads with a line width of ~ 2 m, a pitch from 2 - 10 m, and a 
length of ~ 15 m were defined on the Si chip using e-beam lithography within an area of 1 mm2.

A drop of the properly diluted V2O5 nanowire solution was placed within the inter-digitated electrode patterns. 
By applying electrical bias across the contact pads, the dielectrophoresis force [29-32] drove the nanowires to bridge 
the electrode gap. The SEM images of the V2O5 nanowires’ dielectrophoresis alignment process across the inter-
digitated electrodes are shown in Figure 1. The sample surface was scanned by SEM to allocate a single nanowire 
across two or four metal contacts. After a single nanowire was selected, a focus ion beam (FIB) was used to 
selectively deposit Platinum (Pt) metal contacts on the wires, as shown in Figure 2. The patterned single nanowire 
was examined with EDX to ensure it was not contaminated during the FIB process. Temperature dependence of the 
I-V characteristics of a single V2O5 nanowire was probed at a temperature range from 300 - 640 K. This was done 
with an HP-4145 probe station under current sensitivity of 1 pA and heating stage. The resistivity of the single 
nanowire at 300 K was determined with three different probe schemes: (a) Two-point contact probe (sweep voltage 
mode), where current through the wire was measured by sweeping the voltage from -0.5 - 0.5 V with a step of 0.001 
V; (b) Four-point contact probe (sweep current mode), where current was supplied through outer electrodes and 
voltage drop was determined between two inner electrodes; and (c) Four-point contact probe, where resistivity of the 
nanowire was determined using an algorithm developed by Gu et al. [33]. The Raman spectra of the single wire 
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under the temperature-dependent electrical measurements were monitored at the same time through a confocal 
microscope. The spectra were then analyzed by a 0.8 m spectrometer equipped with liquid nitrogen cooled CCD 
detector at the excitation wavelength of 633 nm. 

Figure 3 shows the I-V curve of a nanowire dispersed in ethanol and prepared on two-point Al electrodes. At 
room temperature, the sample exhibited slightly nonlinear, symmetrical I-V characteristics. The Schottky type 
contact resistance between the nanowire and Al contact was due to the nanowire adsorption of ethanol molecules 
[34]. The contact problem was solved when nanowires were dispersed in solutions containing no hydrogen bonds, 
such as acetone. Figure 4 shows the improved I-V characteristics of the single wire dispersed in acetone and 
prepared on two-point Au electrodes. Contact between the wire and the electrodes now show linear and symmetrical 
behavior. A resistivity of 6.61 –cm of the device was derived from various samples. Contact resistance can be 
determined by comparing results between two- and four-point probe measurements. The single wire resistivity 
determined with probe scheme (b) is 5.87 –cm, resulting in a contact resistance ~ 50.305 K . The resistivity value 
was further verified using probe scheme (c). The schematic of probe scheme (c) and the parameters used to derive 
the resistivity are summarized in Table I. The derived resistivity is 5.65 –cm, which is very close to the result 
determined from probe scheme (b).  

Following the electrical characterization of the single wire at room temperature, individual nanowires were 
placed on a heating stage in a chamber. Measurements of temperature dependence in conductivity were first carried 
out at atmosphere in the temperature range 300 – 580 K. The resistance of the single nanowire is plotted in Figure 5 
as ln(T/R) versus reciprocal temperature. Electrical conduction in V2O5 is generally believed to proceed by hopping 
between V5+ and V4+ impurity centers [25,35]. An increase in conductivity with increasing temperature was revealed, 
consistent with thermally activated hopping transport. However, the curve departed significantly from linearity 
when the plot of ln(T/R) versus 1/T in Figure 5 was analyzed using a model proposed by Mott [36] for small polaron 
hopping in transition metal oxides. A similar behavior was also observed in electrical measurements at lower 
temperature [25]. This has been attributed to the temperature dependence of the hopping activation energy, which 
includes a disorder energy associated to the random material structure [37]. The departure from linearity was even 
more pronounced when the temperature was further increased. We also noted that the conductivity of the nanowire 
was not completely restored to its original value after it cooled down to room temperature. On the other hand, the 
nanowire was relatively stable if simply heated it up to 600 K without applying electrical bias. Therefore, a phase 
transformation is suspected to be taking place during heating processes, and the phase transitions are facilitated by 
the injection of electrons through the contacts.  

In the next experiments, the sample chamber was pumped down and flushed with dry N2 three times. Then the 
temperature-dependent measurements in conductivity were carried out both in vacuum and at an inert gas (N2) filled 
environment at the temperature range of 300 – 550 K. Figure 6 shows the resistance of the single nanowire plotted 
as ln(T/R) versus reciprocal temperature. The resistance of the nanowire dropped by three orders of magnitude from 
1.7 M  at 300 K to 1.725 K  at 550 K. The latter value was maintained without breaking the vacuum after the wire 
cooled down to 300 K. The curve in Figure 6 strongly deviated from a linear plot. During the measurements, 
evolutions of the Raman spectra as a function of temperature were also monitored simultaneously at each 
temperature increment step. The Raman spectrum of the V2O5 nanowire recorded before the temperature-dependent 
electrical measurements is shown in Figure 7 (a). The Raman lines at 143, 283, 404, 482, 525, 699, and 994 cm-1 are 
assigned to V2O5 in its orthorhombic phase [38,39]. As the temperature was increased to above 500 K, changes were 
observed in the spectra and new lines began to appear. The Raman spectrum of the sample at the end of the 
temperature cycle is given in Figure 7 (b). The assignment of the peaks is summarized in Table II. After comparing 
our results with Raman spectra from pure V2O3 and VO2, we conclude that the reduction in resistance of nanowire is 
most likely due to the appearance of the V2O3 and VO2 phases. Self-assembled VO2 nanowires have been 
synthesized by pyrolysis of (NH4)0.5V2O5 nanowires in vacuum at a temperature as high as 800 - 870 K [40]. 
However, transitions into V2O3 and VO2 phases can take place at a temperature as low as 500 K when the V2O5

nanowire is under electrical bias, i.e., electrons are supplied through the contact to the nanowire. The change in 
resistance was clearly more drastic when temperature-dependent measurements were carried out in the inert gas 
filled environment and in vacuum. This is because that transitions to V2O3 and VO2 phases are hampered by the re-
oxidation process when the nanowire is exposed to the O2. This is also the reason why the resistance of the nanowire 
maintains at its final value in inert gas filled and vacuum environment. 

3. Conclusion 
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In conclusion, the transport properties and temperature dependence in conductivity of single V2O5 nanowires 
using e-beam lithography, FIB, and dielectrophoresis techniques were reported. I-V characteristics showed linear 
and symmetric behavior through the entire temperature range, which indicated that the contacts are ohmic. The 
resistivity and contact resistance were accurately determined using three different probe schemes. Resistance of the 
single V2O5 nanowire decreased with increasing temperature due to the occurrence of mixed V2O3/VO2 phases. The 
temperature dependence of the nanowire transport characteristics shows a drastic reduction in electrical resistivity 
(by three orders of magnitude) at a temperature near 550 K. Evidence from the Raman spectra indicate that phase 
transitions take place at a temperature as low as 500 K when the nanowire is under an electrical bias. 
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     Figure 1(a) and (b) Nanowires aligned          Figure 2(a) and (b) Contacts to electrodes              Figure 3 I-V characteristics of the single 
     across the gaps between electrodes due         were made by depositing Platinum (Pt) metal       dispersed in ethanol at room temperature. 
     to the dielectrophoresis force. on the              nanowires using focusing ion beam. 

       Figure 4 I-V characteristics of the single nanowire dispersed in aceton               Figure 5 Temperature dependence of the single nanowire
       at room temperature.                                                                                              measured at atmosphere. The plot was approximated by a  
                                                                                                                                       straight line (in red color) in the high temperature range  
                                                                                                                                       (T > 500 K). 
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         Figure 6 Temperature dependence of the single nanowire measured      Table I. Schematic of the probe scheme (c) and parameters used 
         at atmosphere. The plot was approximated by a straight line (in red         to derive the resistivity of the single wire. 
         color) in the high temperature range (T > 500 K). 

         
            Figure 7 Raman spectrum of the single V2O5 nanowire under               Table II. List of peak assignment of the Raman spectrum shown 
            electrical bias (a) at the beginning of temperature cycle. (b) at               in Figure 7 (b). 
            the end of the temperature cycle. Peaks in (a) indicated by red
          arrows are signatures from the V2O5 phase. Peaks in (b) indicated by  
             red arrows are signatures from the VO2/V2O3 phase. 


