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ABSTRACT: A simple strategy to fabricate flexible dye-sensitized
solar cells involves the use of photoanodes based on TiO2 nanotube
(TNT) arrays with rear illumination. The TNT films (tube length
∼35 μm) were produced via anodization, and sensitized with N719
dye for photovoltaic characterization. Pt counter electrodes of two
types were used: a conventional FTO/glass substrate for a device of
rigid type and an ITO/PEN substrate for a device of flexible type.
These DSSC devices were fabricated into either a single-cell
structure (active area 3.6 × 0.5 cm2) or a parallel module containing
three single cells (total active area 5.4 cm2). The flexible devices
exhibit remarkable performance with efficiencies η = 5.40 % (single
cell) and 4.77 % (parallel module) of power conversion, which
outperformed their rigid counterparts with η = 4.87 % (single cell)
and 4.50 % (parallel model) under standard one-sun irradiation.
The flexible device had a greater efficiency of conversion of incident photons to current and a broader spectral range than the
rigid device; a thinner electrolyte layer for the flexible device than for the rigid device is a key factor to improve the light-
harvesting ability for the TNT-DSSC device with rear illumination. Measurements of electrochemical impedance spectra show
excellent catalytic activity and superior diffusion characteristics for the flexible device. This technique thus provides a new option
to construct flexible photovoltaic devices with large-scale, light-weight, and cost-effective advantages for imminent applications in
consumer electronics.
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■ INTRODUCTION

Dye-sensitized solar cells (DSSC) attract attention because of
their potential as next-generation photovoltaic devices.1 The
efficiency of power conversion of a porphyrin-based DSSC
using a traditional glass-based TiO2 photoanode has exceeded
12.3 %.2 For prospective applications of DSSC, flexibility is
important, because such electronics have the advantages of low
cost, light weight and thin structure, and they are bendable,
portable, convenient, and easily processed. Many researchers
have hence focused on the development of flexible DSSC.3−10

The challenge in making flexible DSSC, relative to traditional
glass-type rigid DSSC, is to enhance the connectivity of TiO2

nanoparticles (NP) on a conducting plastic substrate at a
temperature <150 °C because a plastic substrate is easily
damaged or subject to thermal destruction during a required
sintering of TiO2 > 450 °C. To overcome this problem, many
processes at low temperature have been developed,11−14 but
they produce poorly crystalline and vulnerable component
materials, limiting their applications for flexible DSSC. The
efficiencies of the plastic-made flexible DSSC were accordingly
less than those of glass-made rigid DSSC using TiO2 NP as

photoanode material.15−17 To improve the cell performance
from a plastic-made DSSC, we applied one-dimensional TiO2

nanotube (TNT) arrays as potential photoanode materials to
fabricate large-scale flexible DSSC,18−21 because they have
superior electron transport and their rate of charge
recombination is smaller than that of a conventional NP-
based system.22

We developed a hybrid anodization method in two steps, first
potentiostatic anodization and then galvanostatic anodization,
to grow long, ordered arrays of TNT in a short anodization
period.23 As a consequence, the cell performance of a NT-
DSSC with tube length ∼30 μm was optimized to attain 7.6 %
for a structure with rear illumination. Because the TNT arrays
are grown on thin and highly flexible Ti foil, the TNT
photoanode becomes a suitable candidate for use in a flexible
DSSC device. Here we report high-performance flexible NT-
DSSC of two types: (1) a single cell of active area 3.6 × 0.5 =
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1.8 cm2, and (2) a parallel module containing three single cells
of the same size in a parallel circuit of total light-active area 5.4
cm2. Pt counter electrodes (CE) of two types are applied: (1)
an ITO/PEN substrate to make flexible devices and (2) a
FTO/glass substrate to make their rigid counterparts for
comparison. For the flexible single cell, we obtained JSC = 12.49
mA cm−2, VOC = 0.708 V, FF = 0.61, and η = 5.40 %; for the
flexible parallel module, JSC = 12.86 mA cm−2, VOC = 0.728 V,
FF = 0.51, and η = 4.77 %; both flexible devices with a thinner
layer of electrolyte are superior to their rigid counterparts. To
understand the performance discrepancy between the flexible
and the rigid devices, we measured the efficiency of conversion
of incident photons to current (IPCE) and electrochemical
impedance spectra (EIS).

■ EXPERIMENTS
Synthesis of TiO2 NT Arrays. The titanium-dioxide

nanotube arrays were fabricated with a standard anodization
method reported elsewhere.19,23−25 Ti foil (commercially pure
grade 1, purity 99.9 %, substrate size 6 × 6 cm2, thickness 130
μm, Kobe Steel) served as anode on which to grow TNT arrays
with another Ti foil of the same size as cathode. The ordered
TNT films were produced in electrolyte solutions containing
NH4F (purity 99.9 %, 0.4 mass %) in ethandiol in the presence
of H2O (2 vol %) at 60 V for 8 h at 25 °C. The sample as
anodized was washed in ethanol, and annealed at 450 °C for 1 h
to convert the amorphous TiO2 to an anatase crystalline
phase.23−26 To remove the debris on the tube surfaces, we
treated the sample with ultrasonic agitation in ethanol for 15
min.
TiCl4 Post-treatment. The NT films were treated with

TiCl4 in two stages.19 The films as prepared were first
immersed in TiCl4 solution (0.073 M) for 30 min followed by
rinsing and drying near 56 °C. The films were re-immersed in
TiCl4 stock solution for 2 h and annealed at 350 °C for 30 min.
The effect of TiCl4 post-treatment on TNT films can be
understood to form a densely packed TiO2 NP layer on the

surface of the tubes, which enhanced the amounts of dye-
loading as we have previously demonstrated.19

Fabrication of the Flexible and Rigid DSSCs Based on
TNT Arrays. We immersed the TNT films (single, 3.6 × 0.5
cm2; parallel, 3 × 3.6 × 0.5 cm2) in a solution of N719 dye
(3×10‑4 M, Solaronix) containing chenodeoxycholic acid
(CDCA, 3×10‑4 M) in acetonitrile/tert-butanol (v/v = 1/1)
binary solvent for 18 h to absorb sufficient N719 dye for light
harvesting. The samples were then washed with ethanol to
remove the remaining dye. In the fabrication of a NT-DSSC
device, the N719/TNT film served as an anode combined with
a transparent Pt counter electrode as a cathode. Cathodes of
two types were used. For the flexible and rigid DSSCs, Pt was
sputtered onto a substrate of indium tin oxide/polyethylene
naphthalate (ITO/PEN; 13 Ω/sq, PECF-IP, Peccell, Japan)
plastic and a fluorine-doped tin-oxide (FTO; 7 Ω/sq)/glass
(TEC 7, Hartford, USA) for about 10 s, respectively.
Furthermore, for rigid DSSC, a H2PtCl6 /isopropanol solution
was also used spin-coated onto a FTO substrate through
thermal decomposition at 385 °C for 15 min. To enhance the
electric conductivity, we coated the edges of all Pt counter
electrodes with a layer of silver in a Ag-gel paste through screen
printing. The NT-DSSC devices were simply sealed with a hot-
molten film (SX1170, Solaronix, thickness 60 μm); electrolyte
was introduced as a thin layer into the space between the two
electrodes. A typical electrolyte contained lithium iodide (LiI,
0.1 M), diiodine (I2, 0.01 M), 4-tert-butylpyridine (TBP, 0.5
M), butylmethyl- imidazolium iodide (BMII, 0.6 M), and
guanidinium thiocyanate (GuNCS, 0.1 M) in a 3-methox-
ypropionitrile (MPN). The detailed fabrication procedure is
summarized in Scheme 1.

Current−Voltage Characteristics. The current−voltage
characteristics were measured with a digital source meter
(Keithley 2400, computer-controlled) with the device under
standard AM-1.5G one-sun irradiation from a solar simulator
(XES-40S1, SAN-EI) calibrated with a standard silicon
reference cell (VLSI standards, Oriel PN 91150 V). The

Scheme 1. Schematic Diagram of Fabrication of NT-DSSC Devices of Two Types − Flexible (ITO/PEN) and Rigid (FTO/
glass)
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efficiency (η) of power conversion was obtained via η =
JSCVOCFF/Pin, in which JSC (mA cm−2) is the current density
measured at short circuit, and VOC (V) is the voltage measured
at open circuit. Pin is the input radiation power (for one-sun
illumination Pin = 100 mW cm−2) and FF is the fill factor.
Measurements of Electrochemical Impedance Spec-

troscopy (EIS). To determine the electron transport properties
of the DSSC devices, we measured electrochemical impedance
spectra (EIS) using an impedance characterization unit (IM6,
Zahner) in a two-electrode design; the TNT array film served
as a working electrode and the Pt-coated ITO/PEN or FTO/
glass as a counter electrode at an applied bias of the open

circuit voltage under one-sun irradiation. The frequency range
was 50 mHz to 1 MHz; the magnitude of the alternating
potential was 20 mV. The EIS data were analyzed with an
appropriate equivalent circuit using simulation software
(Zahner).

Measurements of Incident Photon-to-Current Con-
version Efficiency (IPCE). The spectra of the efficiency of
conversion of incident photons to current (IPCE) of the
corresponding devices were obtained with a photoelectric
spectral system19 containing a Xe lamp (PTi A-1010, 150 W), a
monochromator (PTi, 1200 gr mm‑1 blazed at 500 nm), and a
source meter (Keithley 2400).

Figure 1. Side-view image (scanning electron microscope, SEM) of the TNT film utilized as photoanode for flexible and rigid NT-DSSC devices.
The inset shows the SEM top-view image of the corresponding TNT arrays.

Figure 2. Schematic diagram of the composition for a NT-DSSC device under rear illumination.

ACS Applied Materials & Interfaces Research Article

dx.doi.org/10.1021/am402687j | ACS Appl. Mater. Interfaces 2013, 5, 10098−1010410100

http://pubs.acs.org/action/showImage?doi=10.1021/am402687j&iName=master.img-002.jpg&w=319&h=256
http://pubs.acs.org/action/showImage?doi=10.1021/am402687j&iName=master.img-003.jpg&w=361&h=227


■ RESULTS AND DISCUSSION

The advantage of TNT arrays to replace TiO2 NP for DSSC is
the one-dimensional structural feature of TNT such that
electron transport is more efficient through TNT than through
NP.22 For recently developed TNT-based DSSC, the perform-
ance of the corresponding NT-DSSC has increased to η = 7.6 %
based on a photoanode made of TNT arrays of tube length 30
μm and a Pt-CE made of a FTO/glass substrate of active area
0.5 × 0.5 cm2.23 Because of the flexible nature of the TNT
films, in the present work we fabricated NT-DSSC of large-
scale flexible type using the Pt-CE made of an ITO/PEN
substrate. Figure 1 shows a SEM image of a typical TNT array
with tube length (L) = 33.5 μm. The nanotubes possess a
hollow conical columnar structure;25 according to the top-view
SEM image shown in the inset of Figure 1, the average pore
diameter on the top of the film is ∼100 nm. Figure 2 shows the
cell structure of our NT-DSSC device. NT-DSSC devices of
two types were fabricated: the flexible type had an ITO/PEN
plastic as Pt-CE, whereas the rigid type had a FTO/glass
substrate as Pt-CE. We designed the NT-DSSC device shaped
as a long strip for the size of the TNT film fixed at 0.5 cm in
width and 3.6 cm in length (light-active area =1.8 cm2). To
extend the availability of NT-DSSC for future applications, we
combined three single cells of the same size to form a parallel
module of light-active area 5.4 cm2. Figures 3a and 3b show the
device configurations for the NT-DSSC devices of a single cell
and a parallel module, respectively.
To compare the photovoltaic performance of the flexible and

rigid NT-DSSC devices (single cells), we fabricated the Pt
counter electrodes using different methods to obtain the
optimized device performance. Both thermal decomposition
and sputtering methods were used for rigid DSSCs, but only
sputtering method was applied for flexible devices due to the
problem of thermal stability for the plastic substrates. Figures
S1 and S2 in the Supporting Information show the device
performances of the rigid DSSC with the Pt counter electrodes
made of the thermal decomposition and sputtering methods,
respectively. Because the overall device performances of the
former were significantly greater than the latter, the Pt counter
electrodes of the rigid NT-DSSC devices were made by the
thermal decomposition method rather than by the sputtering
method that we must apply to fabricate the flexible devices.

Panels a and b in Figure 4 show the current−voltage
characteristic and IPCE action spectra, respectively. For the

flexible single cell, we obtained JSC = 12.49 mA cm−2, VOC =
0.708 V, FF = 0.61, and overall power conversion efficiency η =
5.40 %; for the rigid counterpart, we obtained JSC = 12.02 mA
cm−2, VOC = 0.724 V, FF = 0.56, and η = 4.87 %. JSC of the
flexible cell evidently exceeds that of its rigid counterpart,
yielding superior performance of the flexible device over that of

Figure 3. Schematic representation of fabrication of a flexible (ITO/PEN) or a rigid (FTO/glass) NT-DSSC device for (a) single cell (active area
0.5 × 3.6 = 1.8 cm2) and (b) parallel module (active area 3 × (0.5 × 3.6) = 5.4 cm2).

Figure 4. (a) Current−voltage characteristics and (b) IPCE action
spectra of flexible and rigid NT-DSSC devices (single cells of active
area 1.8 cm2). Flexible (▲) and rigid (▼).
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the rigid device. The detailed photovoltaic parameters are
presented in Table 1. The IPCE property shown in Figure 4b

indicates further that the action spectrum of the flexible cell is
broader with greater efficiencies than those of the rigid device.
The native drawback of a NT-DSSC device is known to be its
rear-illumination structure, which has limited the performance
for harvesting of radiation from the CE side; a smaller JSC was
hence obtained from a NT-DSSC than from a conventional
front-illuminated NP-based DSSC. The loss of incident light in
the rear-illuminated NT-DSSC was caused mainly from the
reflection of the Pt-CE and the absorption of the iodide/
triiodide electrolyte. Although both rigid and flexible devices
were fabricated using the same hot-melt film (thickness 60 μm)
as a spacer to separate the two electrodes, the distance between
the two electrodes is expected to be smaller in the flexible
device than in the rigid one because of the spacing flexibility for
the device with two flexible electrodes. Our IPCE results clearly
show this advantage for the flexible device with a thinner layer
of electrolyte, making the loss much less than for the rigid one.
This thin-layer property is a key factor to improve the light-
harvesting ability for the NT-DSSC devices with rear
illumination. The flexible plastic Pt-CE to fabricate a flexible
NT-DSSC is beneficial because of a thin layer of electrolyte for
improved light harvesting; concurrently the one-dimensional
nanostructure of the TNT arrays with its superior charge-
collection efficiency22 is beneficial to obtain an excellent device
performance for a long strip flexible device with large active
area.
Figure 5 shows the photovoltaic performances for compar-

ison with the parallel NT-DSSC modules (active area 5.4 cm2)
between the flexible and the rigid devices; the corresponding
photovoltaic parameters are shown in Table 1. For the flexible
module, we obtained JSC = 12.86 mA cm−2, VOC = 0.728 V, FF
= 0.51, and overall power- conversion efficiency η = 4.77 %; for
its rigid counterpart, we obtained JSC = 11.32 mA cm−2, VOC =
0.764 V, FF = 0.52, and η = 4.50 %. The flexible module has JSC
greater than that of the rigid counterpart for the same reason as
for the single cells, improving the performance of the flexible
module over that of the rigid module. Both JSC and VOC of the
three-cell modules were comparable to those of the single cells,
but FF was substantially smaller for the modules than for the
cells. To understand the factors governing the device
performance, we investigated the interfacial resistances using
EIS.
To investigate the internal problems of the devices, we

measured EIS under one-sun irradiation; the results appear in
Figure 6 with the relevant EIS parameters summarized in Table
2. Figure 6a depicts the equivalent circuit model for our work;
Rs denotes the series resistance, Rtr the electron-transport
resistance in the TiO2 matrix, Rrec the charge-transfer resistance

related to recombination, Rd the diffusion resistance of redox
species in the electrolyte, and RCE is the charge-transfer
resistance at the interface between counter electrode and
electrolyte.27 Figure 6b shows Nyquist plots for the same
flexible and rigid single-cell devices with the corresponding
photovoltaic performances shown in Figure 4. The EIS data
were fitted according to an equivalent circuit model in Figure
6a; the fitted results are displayed as solid curves in Figure 6b.
Basically two semicircles are featured in the Nyquist plots of

both cells. The onsets of the plots show series resistances (Rs =
2.5 Ω cm2 for flexible devices and 1.9 Ω cm2 for rigid) of both
Ti and counter electrodes; the flexible ITO/PEN substrate has
a larger sheet resistance than the rigid FTO/glass substrate.
The semicircles in the high-frequency region represent the
charge-transfer resistance: RCE = 2.6 Ω cm2 for the flexible NT-
DSSC device and 5.0 Ω cm2 for the rigid device. The smaller
RCE of the flexible cell indicates a performance of the platinized
counter electrode for tri-iodide reduction better than that of the
rigid cell, which might be due to different deposition methods
employed to fabricate the counter electrodes. Because the
plastic ITO/PEN substrates have poor thermal stability,
platinum was deposited by sputtering instead of thermal
reduction. The sputtering-coating method yields platinum
nanoparticles of small size and uniform distribution deposited
on the substrate producing a great electrocatalytic activity with
a small RCE. In the medium-frequency region of the Nyquist
plots, the recombination resistances Rrec (Ω cm2) at the TiO2/
electrolyte interface are 5.1 and 4.6 for flexible and rigid NT-
DSSC devices, respectively. These similar values of the two
devices indicate a common charge-recombination behavior as
the same TNT arrays and electrolyte were used in both NT-
DSSC devices. The resistances, Rd (Ω cm2), because of
diffusion in the electrolyte at the lowest frequencies show an
apparent difference (3.2 vs. 4.8) between flexible and rigid
devices, because the flexible device has a thinner layer of
electrolyte than the rigid device. This result is consistent with
the observed cell performance as greater JSC and IPCE (also
broader) were observed for the flexible than for the rigid device
(Figure 4).
We tested the durability of the photovoltaic performance of

the flexible TNT-based single cell (active area 1.8 cm2) near 23

Table 1. Photovoltaic Performances of DSSC Based on
Anodic TiO2 Nanotube Arraysa

device
counter
electrode

JSC
(mA cm−2)

VOC
(V) FF η (%)

single cell flexible 12.49 0.708 0.61 5.40
rigid 12.02 0.724 0.56 4.87

parallel module flexible 12.86 0.728 0.51 4.77
rigid 11.32 0.764 0.52 4.50

aThe photoelectrodes have thickness ∼35 μm and active areas 1.8 cm2

(single) and 5.4 cm2 (parallel).

Figure 5. (a) Current−voltage characteristics of flexible and rigid NT-
DSSC devices (parallel modules of active area 5.4 cm2). (b, c) Pictures
of the devices and the corresponding photovoltaic performances of
flexible and rigid modules, respectively.
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oC over 130 days. The cell efficiency was measured after storing
it in the dark at room temperature. The photovoltaic
parameters as a function of duration for this stability test are
shown in Figure 7. The efficiency of the flexible device
decreased from η = 5.0 % to 4.6 % in the first ten days, but the
device performance became stabilized afterwards. The variation
of JSC shows a similar trend, but both VOC and FF increased
slightly at the beginning and then remained constant. After 130
days, the flexible NT-DSSC retained 90 % of the original
efficiency of energy conversion.

■ CONCLUSIONS
Even though the best performance of a DSSC has attained the
overall efficiency over 12 %,2 fabrication of a large-scale device
with excellent durability and flexibility is still a big industrial
challenge because the TiO2 photoanode in a traditional device
requires a thermal treatment at a high temperature that
impedes the development of a flexible DSSC using the
conventional approach.1,2 In the present study, we report a

Figure 6. (a) Plot of equivalent circuit for the simulation of impedance spectra of NT-DSSC. (b) Nyquist plots obtained from electrochemical
impedance spectra (EIS) for flexible (squares) and rigid (circles) NT-DSSC devices (active area 1.8 cm2). Symbols represent the measured data and
curves represent the fitted results according to the model shown in a.

Table 2. Fitted Parameters of Electrochemical Impedance
Spectra (EIS) of DSSC Based on Anodic TiO2 Nanotube
Arraysa

counter
electrode

Rs
(Ω cm2)

RCE
(Ω cm2)

Rtr
(Ω cm2)

Rrec
(Ω cm2)

Rd
(Ω cm2)

flexible 2.5 2.6 1.7 5.1 3.2
rigid 1.9 5.0 1.2 4.6 4.8

aThe photoelectrodes have thickness ∼35 μm and active area 1.8 cm2.

Figure 7. Evaluation of stability over 130 days for a single flexible cell
(active area 1.8 cm2) near 23 °C: (a) Jsc, (b) Voc, (c) FF, and (d) η.
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strategy to overcome this problem via fabrication of large-scale
and highly efficient flexible DSSC devices with photoanodes
composed of one-dimensional, vertically oriented, TNT arrays
of tube length ∼35 μm. Devices of two types were constructed
for comparison: the flexible type used ITO/PEN whereas the
rigid type used FTO/glass as substrate material for platinum
counter electrodes. The NT-DSSC devices were optimized to
attain efficiencies 5.40 % (flexible) and 4.87 % (rigid) of power
conversion for single cells (active area 1.8 cm2), and 4.77 %
(flexible) and 4.50 % (rigid) for parallel modules comprised of
three identical cells (active area 5.4 cm2) under standard AM-
1.5G one-sun irradiation. According to our IPCE and EIS
characterizations, the devices of flexible type present a greater
and broader light-harvesting spectral feature with superior
catalytic activity and electrolyte diffusion characteristics because
the flexible devices have a thinner layer of electrolyte than the
rigid devices. The stability test indicates that the flexible NT-
DSSC possessed great and durable performance near 23 oC
suitable for indoor applications of future consumer electronics.
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