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ABSTRACT: A novel polyimide (PI)/clay hybrid nanocomposite, designated as PI
(PAAS)/CM, has been developed from the poly(amic acid) salt of triethylamine and
organomontmorillonite (CM) using a mixture solution of tetrahydrofuran (THF) and
methanol (MeOH). For comparison, two other PI/clay hybrids derived from poly(amic
acid) and CM in THF/MeOH solution and N,N9-dimethylacetamide (DMAc) solution,
denoted as PI/CM (T/M) and PI/CM (DMAc), respectively, were also prepared. Disper-
sion of CM in polymer matrix, tensile properties, and thermal expansion properties of
the three hybrids were investigated. Results show that PI (PAAS)/CM has the best
dispersion of CM in polymer matrix, highest elongation, and lowest coefficient of
thermal expansion values in all hybrids presented in this report. In addition, PI/CM
(T/M) has better dispersion of CM and lower coefficient of thermal expansion value than
PI/CM (DMAc). © 2000 John Wiley & Sons, Inc. J Appl Polym Sci 79: 289–294, 2001
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INTRODUCTION

With the increasing and urgent market demand
to produce higher-performance electronic devices
with smaller size, lighter weight, and better qual-
ity, developing polyimide (PI) films with low coef-
ficient of thermal expansion (CTE) has increas-
ingly become one of the most important issues.1–8

This is because this kind of PI overcomes the
thermal stress concentration and associated reli-
ability problem produced by the mismatch in CTE
between polymers, metals, and ceramics that
make up electronic devices, and hence, enables

PIs to meet some ultimate requirements in de-
manding applications such as high-speed circuits
and complex multilayer devices. To date, one of
the best ways to lower the CTE of PI is to intro-
duce low CTE inorganic materials such as clay
into the PI matrix, yielding PI/clay hybrid nano-
composites. The conventional preparation method
of PI/clay hybrids is similar to the traditional
method of making pure PI; that is, first, an aro-
matic dianhydride is added to a solution of an
aromatic diamine in a polar aprotic solvent such
as N,N9-dimethylformamide, N,N9-dimethylacet-
amide (DMAc), or N-methylpyrrolidone at room
temperature to form poly(amic acid) (PAA); sec-
ond, vigorously mixing the solution of poly(amic
acid) and the solution of organoclay; third, con-
verting the mixture to PI/clay films by thermal
curing. Although PI/clay hybrids thus synthe-
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sized usually have lower CTE, higher thermal
stability, lower moisture absorption, higher hard-
ness, and better barrier resistance as well as su-
perior scratch resistance compared with neat
PIs,9–11 this synthesis method impedes the full
expression of potential properties of PI/clay hy-
brids because of several disadvantages. It is well
known that the polar aprotic solvents used for
synthesis of hybrids have a strong solvent–solute
interaction and are not easily removed from the
PAA film at temperatures used during thermal
curing for PI.12–14 The residual solvent causes the
PAA/clay films to be plasticized during thermal
imidization and thus leads to PI/clay hybrid films
with relatively higher values in CTE but with
lower CTE than pure PI film. To eliminate such
negative effects of the aprotic solvents on CTE,
PAA solutions not containing them should be pre-
pared. In addition, the PAA solution is not stable
during storage.3 It is necessary to prepare other
PI precursors such as PAA esters, and PAA salts,
etc. without storage problem in solution,

In 1995, Echigo et al.15,16 first developed a
novel solution polymerization of pyromellitic di-
anhydride (PMDA) and 4,49-oxydianiline (ODA)
in a mixed solvent of tetrahydrofuran (THF)/
methanol (MeOH). PI film thus prepared has a
lower value of CTE compared with that from a
PAA solution using N-methylpyrrolidone. In ad-
dition, they used a similar method to prepare
a poly[bis(trialkylammonium) 4,49-oxydiphenyle-
nepyromellitamate] film containing no residual
solvents, the resulting PI film having a reduced
CTE compared to that using PAA as precursor.17

Also, another research group developed PI–silica
hybrids by sol-gel technology in a mixed THF/
MeOH solvent.18,19 In comparison, polyimide hy-
brids prepared from THF/MeOH have smaller do-
main size and CTE than those prepared from
DMAc.

To date, the preparation of PI/clay hybrids
without using aprotic solvents has not been re-
ported. In this article, a novel PI/clay hybrid film
prepared from PAA salt of triethylamine and or-
ganoclay in a mixed solvent of THF/MeOH is de-
scribed. It is expected that the hybrid will have a
much lower CTE than those obtained from PAA in
aprotic solvent.

EXPERIMENTAL

Materials

Montmorillonite “Kunipia F,” a sodium montmo-
rillonite (MMT), with cation exchange capacity of

ca. 115 meq/100 g, was obtained from Kunimine
Ind. Co. of Japan. Cetyl pyridium chloride was
supplied by Sigma Chemical (St. Louis, MO) with
purity greater than 99%, and was used as re-
ceived. The ultra pure (99.5%) PMDA and ODA
were purchased from Chriskev Inc. (USA). The
analysis grade triethylamine (Et3A) obtained
from Shanghai Chemicals, China, was used as
received. DMAC, THF, and MeOH were pur-
chased from Shanghai Chemicals, China, and
were dehydrated by distillation and stored using
molecular sieves.

Preparation of Organophilic Clay

One gram of MMT was added into 50 mL of water
until the MMT was well dispersed in the water,
equal molar cetyl pyridium chloride was added to
the solution, and the mixture was stirred vigor-
ously for 24 h. The resulting organoclay was col-
lected by filtering, then washing with deionized
water several times until no Cl2 was detected by
AgNO3, and designated as CM.

Preparation of PAA Salt of Triethylamine/CM
Solution

PAA salt of Et3A was prepared following the pro-
cess cited in previous articles.12,13

A typical example of preparing a THF/MeOH
solution of poly[bis (trialkylammonium) 4,49-oxy-
diphenylenepyromellitamate] containing 3 wt %
CM is as follows.

A three-necked flask fitted with a mechanical
stirrer and thermometer were charged with 20.02
g (0.1 mol) of ODA, 420 g THF/MeOH (THF/
MeOH 5 4:1 by weight). After ODA had com-
pletely dissolved, 22.90 g (0.105 mol) of PMDA
powder was added gradually into the stirring so-
lution of the diamine over 40 min at room tem-
perature. The stirring continued at room temper-
ature for 3 h. Then a mixture of Et3A 25.55 g
(0.252 mol) and MeOH 168 g was added dropwise
with stirring at room temperature. This process
took 3 h to complete and a viscous, pale yellow
solution was obtained.

A mixture of 0.1381 g of CM and 5.77 mL of
THF/MeOH (4:1 by weight) was stirred vigorously
at 90°C for 24 h to yield THF/MeOH dispersion
of CM.

The THF/MeOH solution of CM obtained was
placed into the THF/MeOH solution of poly-
[bis(trialkylammonium) 4,49-oxydiphenylenepy-
romellitamate] and stirred vigorously at 30°C for
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6 h, yielding a THF/MeOH solution of PAA salt of
triethylamine.

For comparison, two homogeneous yellow
PAA/CM solutions were prepared in THF/MeOH
and DMAc solutions, respectively.

Preparation of PAA Salt/CM and PI/Clay Hybrid
Films

The prepared THF/MeOH solution of poly[bis(tri-
alkylammonium) 4,49-oxydiphenylenepyromelli-
tamate]/CM was coated by a doctor blade on a
glass plate using an automatic film applicator
moved at a speed of 30 mm/s and to a thickness of
250 mm. The coated film was dried at 25°C for 30
min, 40°C for 30 min, and 80°C for 2 h, subse-
quently, to yield a transparent film. The film was
removed from the glass plate and was denoted as
PAAS/CM film. The film was then cured at 150,
200, and 300°C for 1 h, 1 h, and 2 h, successively,
under a nitrogen atmosphere to produce a trans-
parent PI (PAA)/CM hybrid film with a thickness
of 26 6 2 mm.

PAA/CM films were prepared by the same
method from THF/MeOH solution and DMAc so-
lution, designated as PAA/CM (T/M) and PAA/CM
(DMAc). The films were also thermally cured to
obtain transparent polyimide/clay hybrid films,
coded as PI/CM (T/M) and PI/CM (DMAc), respec-
tively. In addition, pure polyimide film prepared

from PAA using DMAc was synthesized, and is
denoted as PI (DMAc).

Characterization

A Fourier transform infrared spectra measure-
ment was recorded on a Nicolet Avatar 320 Fou-
rier Transform Infrared Spectrophotometer. For
all infrared spectra, 32 co-added scans were col-
lected with a spectral resolution of 2 cm21. Wide-
angle diffraction experiments were conducted on
a Rigaku X-ray Diffractometer using Cu-Ka radi-
ation (18 kw rotating anode, l 5 1.5405Å). It was
operated at 50 kv, 250 mA with a scan speed of
2.00 deg/min. CTE in the film plane was mea-
sured in the extension mode using a Thermome-
chanical Analyzer (TA Instruments, model no.
2940) with a force of 0.05N. Tensile mechanical
properties of the cured films were measured using
a Micro-Computer Universal Materials Tester,
Model-HT-8116 (Hung Ta Instrument Co., Ltd.,
Taiwan) at room temperature. Samples sized
150-mm long, 25.4-mm wide, and 26 6 2-mm thick
were cut from free films. The gauge length was
'110 mm. The strain rate was 10 mm/min. The
thermal gravimetric analysis was conducted on a
Thermogravimetric Analyzer (TA Instruments,
model no. 2950) under a nitrogen atmosphere flow
with a heating rate of 10°C/min.

Figure 1 X-ray diffraction patterns of polyimide hy-
brids and organoclay.

Figure 2 X-ray diffraction patterns of precursor
films.
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RESULTS AND DISCUSSION

Dispersion of CM in Polymer Matrix

The efficiency of clay to modify the properties of
the polymer is primarily determined by the de-
gree of its dispersion in the polymer matrix. Hy-
brids with poor dispersion of clay in polymer ma-
trix usually have higher modulus, but lower
toughness. It has been suggested that, when the
stacked silica sheets of clay are completely dis-
persed (exfoliation) in the polymer matrix, the
hybrids will have the best integrated proper-
ties.20,21 Figure 1 shows the X-ray diffraction
curves of PI/clay hybrids in the region from 2u
5 2° to 2u 5 10°. The curve of the PI(PAAS)/CM
film shows no peak in the region from 2u 5 2° to
2u 5 10°. This fact reveals that CM in the polymer
matrix has no specific interlayer spacing and CM
disperses homogeneously into the PI matrix.
Each of the other two curves has one peak which
is assigned to the 001 lattic spacing of organoclay,
corresponding to an interlayer spacing of organo-
clay. The 2u values are in the following order:
PI(PAAS)/CM , PI/CM(T/M) , PI/CM(DMAc).
This is because PAA associates with solvents and
cannot be removed easily from PAA film at the
temperatures used during thermal curing from
PAA to PI. In addition, when intercalated solvent
is eliminated from sheets of clay, it can draw some
intercalated polymer out of the clay sheets at the
same time. This can be confirmed from the 2u
values in the X-ray diffraction curves of PAA/CM
(T/M) and PAA/CM (DMAc) films (Fig. 2), both of

them being larger than that of cured polymer/clay
hybrid films (Fig. 1).

Tensile Properties of PI/CM Hybrid Films

The residual stress that is built into a PI film can
cause the film to crack and, in severe cases, to
initiate the destruction of the electronic devices.
Better elongation properties of PI films make it
possible to avoid the undesirable failure under
mechanical/thermal stress. Table I lists the ten-
sile properties of hybrid films. Tensile strength,
modulus, and elongation of all hybrids are better
than that of pure PI. A noteworthy phenomenon
is that PI (PAAS)/CM has the higher elongation
than other films, which may be attributed to the
good dispersion of CM in polymer matrix.

CTE

Table II gives the CTE of hybrids; it can be seen
that all hybrid films have smaller CTE values
than pure PI film because of the smaller CTE of
the inorganic material, whereas PI(PAAS)/CM
has the lowest CTE in the four polyimide films
presented in this Table. In addition, the solvent
used for synthesizing hybrids has a great effect on
CTE of hybrids. Even when both are prepared
from PAA, the hybrid film using THF/MeOH as
solution has a much smaller CTE than that using
DMAc as solution.

It is well known that CTE relates to the degree
of in-plane orientation of PI film, which greatly
depends on the amount and nature of the residual

Table I Tensile Properties of Polyimide Hybrids

PI (PAAS)/CM PI/CM (T/M) PI/CM (DMAc) PI (DMAc)

Tensile strength (MPa) 110 109 107 83
Tensile modulus (GPa) 2.38 2.38 2.37 1.65
Tensile elongation (%) 11 9.9 9.6 8.7

Table II Imidization Degree of Incompletely Imidized Hybrids

Drying and Curing Cycle Imidization Degree (%) Weight Loss of Water (%)

PI (PAAS)/CM (T/M) 80°C/2 h 1.7 0.15
80°C/2 h 1 150°C/1 h 84 7.23

PI/CM (T/M) 80°C/2 h 0.9 0.08
80°C/2 h 1 150°C/1 h 67 5.77

PI/CM (DMAc) 80°C/2 h 0 0
80°C/2 h 1 150°C/1 h 34 2.77
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solvents in the precursor films. Solvate forma-
tions between PAA and DMAc, or THF/MeOH,
and that between PAA salt and THF/MeOH was
reported in previous literature,12,15 but these
films were pure PAA or PAAS and did not contain
clay, so it was necessary to investigate the solvate
formation in the present PAA/CM and PAAS/CM
hybrid films due to the presence of CM.

The degree of imidization is determined by
comparing the intensity of the imide absorption
near 1380 cm21 (C—N stretch), which does not
appear to be affected by any other absorp-
tion,12,22,23 in a treated sample compared with
that of a completely imidized sample.23 The re-
sults are presented in Table II.

Figure 3 gives the thermogravimetric analysis
curves of PAAS/CM, PAA/CM (T/M), and PAA/CM
(DMAc) films at 150°C under a nitrogen atmo-
sphere. Samples were heated from room temper-
ature to 150°C at a heating rate of 10°C/min. In
the case of PAAS/CM film, its weight loss is 7.1%
after 1 h, which equals to the theoretical weight
loss of water of cyclization, calculated based on
the degree of imidization (Table I) under the same
curing conditions. The result indicates that no
residual solvent exists in the film after drying at
80°C for 2 h. This can also be confirmed by the
absence of the absorption band at 1051 cm21 at-
tributed to the antisymmetrical stretching of THF
in PAAS/CM film. On the contrary, the isother-
mal weight losses at 150°C for 1 h of PA/CM (T/M)
and PAA/CM (DMAc) are much larger than the

theoretical weight loss of water of cyclization, es-
pecially in the case of the PAA/CM (DMAc) film.
So there are residual solvents in the two films
despite drying at 80°C for 2 h. The results agree
with the conclusion reported in the literature,12,15

in which films were pristine PAA or PAAS films
and did not contain clay. Because there is no
residual solvent in PI (PAAS)/CM film during the
thermal curing, the film has the lowest CTE value
compared to other films that have residual sol-
vents during thermal imidization (Table III).

However, although the other two polyimide hy-
brids films from PAA have residual solvents, the
nature of the solvents are different and have an
important effect on mobility and plasticization of
polymer chains. THF alone cannot dissolve PAA,
but DMAc can, so the degree of plasticization in
PAA/CM (DMAc) film is higher than that in
PAA/CM (T/M) film, resulting in the CTE value of
PI/CM (DMAc) being bigger than that of PI/CM
(T/M) film.

CONCLUSIONS

PI (PAAS)/CM, prepared from PAA salt and or-
gano-montmorillonite in a mixture solution of
THF/MeOH has been developed. Montmorillonite
was homogeneously dispersed in polymer matrix.
After drying at 80°C for 2 h, no residual solvent
was present in the precursor film, PAAS/CM, of
hybrid but still was present in PAA/CM films no
matter whether THF/MeOH or DMAc was used
as reaction solution. By thermal imidization, PI
(PAAS)/CM hybrid film has lower CTE and better
tensile elongation than those prepared from PAA
in THF/MeOH solution or DMAc solution.
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