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Abstract

We report photoluminescence measurements on In0:25Ga0:75As/GaAs quantum well and dots grown on (1 1 1)B GaAs

substrate in high magnetic ®elds up to 45 Tesla. A well-de®ned PL line with full width at half maximum of approximately

5.5 meV is observed. From an analysis of the zero ®eld transition energy, we point out the importance of an internal

piezoelectric ®eld. By analyzing the diamagnetic shift of the PL in both Faraday and Voigt con®gurations, the optical

characteristics of a quasi-zero dimensional exciton are discussed. Ó 1998 Elsevier Science B.V. All rights reserved.
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As semiconductor growth techniques have pro-
gressed, work on light emitting structures has
moved from two-dimensional quantum wells to-
wards zero-dimensional quantum dots. This struc-
ture has attracted a great deal of attention not only
for its potential application in laser devices but
also from a fundamental physical point of view
as a number of new properties occur when carriers
are spatially con®ned by a three-dimensional po-
tential [1,2].

In most of the previous studies, the dots are
grown on a (1 0 0) oriented substrate. In this pa-
per, we report photoluminescence (PL) measure-

ments on In0:25Ga0:75As/GaAs quantum wells
(QW) and dots (QDs) grown on (1 1 1)B GaAs
in magnetic ®elds up to 45 Tesla. A well-de®ned
PL originating from the QDs is seen with a full
width at half maximum (FWHM) of 5.5 meV. This
is attributed to the e�ect of the large piezoelectric
®eld which is caused by the strain. In magnetic
®eld, there is a large quantitative di�erence of the
energy shift of the QD between the Faraday and
Voigt con®gurations.

PL was performed in pulsed magnetic ®elds at
4.2 K. The sample consists of (a) 3500 �A GaAs
bu�er, (b) In0:25Ga0:75As QW, (c) 3500 �A GaAs,
(d) In0:25Ga0:75As QDs followed by a capping
layer of 500 �A GaAs. The In concentration are
determined by the calibrated ¯ux rate and the
nominal thickness of the QW and dots is 15 �A.
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The dots are formed due to the strain in the layer,
and typically have a diameter of 500 �A with a den-
sity of 40 lmÿ2 as determined by atomic force mi-
croscopy [3].

The zero magnetic ®eld PL spectrum is shown
in Fig. 1 with two sharp lines at 1448.4 meV and
1479.5 meV. These transitions are far above the
unstrained bulk In0:25Ga0:75As band gap of
1152.8 meV [4] and originate from the con®ned
states in the dots and quantum well. In compari-
son with previous reports, the two PL lines are ex-
tremely narrow with a FWHM of 4 and 5.5 meV

for QW and QD respectively. This is unexpected
due to the layer width ¯uctuations. We will discuss
this later. First, the transition energy is analyzed.
Using the excitonic model of Ref. [5], the energy
of the QW is calculated. The mass parameters
are taken from Refs. [6,7]. In the (1 1 1)B orienta-
tion, the band edge energy shift due to the strain is
DEc � ac�xx and DEv � av�xx � 2

���
3
p

d�xy [8], where
DEc, DEv are the energy shift of conduction band
and valence band respectively. ac, av and d are ta-
ken from Ref. [9]. �ii, �ij are the diagonal and o�-
diagonal components of the strain tensors.

As the sample was grown on (1 1 1)B substrate,
�ij give rise to a piezoelectric ®eld pointing from
A(cation) to B(anion). The strength of the ®eld is
F � 2e14�xy=��0 [6], where e14 is the piezoelectric
constant, �0 the free space permittivity and � is
the dielectric constant. For In� 25% (1.8% lattice
mismatch), the built-in ®eld is 3:6� 107 V/m.
The interband transition energy is therefore re-
duced due to the Stark e�ect, and the wavefunc-
tions of the electrons in particular can become
very asymmetric with one interface acting as a bar-
rier [10]. The results of the calculation are shown
in Fig. 2. For In� 25% and well width of 15�A,
the electron energy levels are con®ned very close
to the GaAs CB edge with wavefunctions extended
very far beyond the well, and the transition energy
is mainly determined by the valence band potential

Fig. 1. PL spectrum at zero ®eld showing the assignment of

quantum well and quantum dots transitions.

Fig. 2. (a) Calculated wavefunctions (solid lines) of a fully strained quantum well (15 �A). The band pro®le is deplicted as dash lines and

the energy levels is indicated by dotted lines. (left plot). (b) Calculated transition energies as a function of well widths (right plot).
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well. Theoretical calculation gives an energy of
1457 meV, below the observed value of 1479.5
meV. The disagreement can be understood by the
segregation e�ect where a In atom exchanges its
position with the top Ga atom during epitaxy
growth [11]. As a result, the e�ective well width
is thinner than the nominal growth parameters.
Reducing the well width to 10 �A gives an energy
of 1480 meV (Fig. 2(b)). A similar argument can
also apply for the QDs system and the estimated
width is �16 �A. As shown in Fig. 2, the energy lev-
els of both electron and hole are located away
from the bottom of the triangular well. In addi-
tion, the hole mass is large, as a result, the optical
transition is thus less sensitive to size ¯uctuations.
This leads to the rather narrow PL line width.

The ®eld-dependent energies for both ®eld ge-
ometries are summarized Fig. 3. In a magnetic
®eld, the optical characteristics can be categorized
into two regions: (a) Low magnetic ®elds: the Cou-
lomb interaction dominates over the free carrier

cyclotron energy (�heB?/m where B? is the perpen-
dicular magnetic ®eld component). The diamag-
netic shift is DEdia � e2hr2iB2=8lc2 [12], where
hr2i is the wavefunction size, and l is the reduced
mass. (b) High magnetic ®elds: as the ®eld increas-
es the cyclotron energy dominates over the Cou-
lomb energy. The optical transition therefore
moves linearly with ®elds.

We ®rst discuss PL in Faraday con®guration.
At low magnetic ®elds, the PL from the QW and
QD move quadratically with magnetic ®eld as ex-
pected. Above 15 Tesla, both PL lines move linear-
ly with ®eld at a rate of 0.92 and 0.83 meV/T for
the QW and QD respectively. The smaller diamag-
netic shift of the QD re¯ects a larger excitonic
Rydberg energy due to the greater thickness
of the dots compared with the QW. (For a
In0:13Ga0:87As/GaAs QW struture, the maximun
binding energy is �8 meV at around 60 �A [13])
Since the diameter of the dots is wide (� 500 �A)
in comparison with the Landau cyclotron diameter
there will be little additional con®nement energy
due to the spatial extent of the dots.

To quantitatively interprete the transition ener-
gy, the Makado model is employed [14]. Using the
same mass parameters mentioned above, the high
®eld diamagnetic shift was ®tted to deduce the ex-
citon binding energy. The results of the ®tting are
shown as solid lines in Fig. 3 with a binding energy
of 2.8 and 5.5 meV for the QW and QDs respec-
tively. The ®tted Eb for the QW is in good agree-
ment with the theoretical calculation of 3.1 meV.

Voigt geometry provides further con®rmation
of the increased con®nement of the electron wave-
function in the QDs. There is much more anisot-
ropy in the behaviour of the QD PL than for the
QW, which shows very similar shifts to those in
the Faraday con®guration, suggesting an almost
3-D electron wavefunction. For the QDs the dia-
magnetic shift is quadratic up to 10 T and above
this has a nearly linear gradient of 0.37 meV/T,
due to the stronger electron con®nement. The lin-
ear region begins typically at a ®eld where
�hxc � Eb, suggesting a binding energy of �14
meV for the dots. This is consistent with the Fara-
day PL data; the carriers in the QD are more
strongly con®ned in the growth direction than
the QW as we have discussed previously.

Fig. 3. The PL energy of quantum well and quantum dots in

both Faraday and Voigt con®gurations. The solid line is the ®t-

ted energies.
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In summary, PL has been employed to study
the InGaAs/GaAs quantum dots grown on
(1 1 1)B. A very narrow line is observed due to
the built-in piezoelectric ®eld. The structures show
a large magnetic shift of the energy levels, and
measurements of the anisotropy of the shift allow
us to conclude that there is enhanced confnement
in the dots.
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