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X-ray absorption near-edge structure �XANES�, extended x-ray absorption fine structures �EXAFS�,
and photoluminescence measurements were used to elucidate the microstructural and
photoluminescence properties of ZnO nanowires �ZnO-NWs� that had been treated with Eu by
thermal diffusion. The O K- and Eu L3-edge XANES and EXAFS spectra at the Zn K- and
Eu L3-edge verified the formation of Eu2O3-like layer on the surface of ZnO-NWs. X-ray
diffraction, XANES and EXAFS measurements consistently suggest the lack of substitutional
doping of Eu ions at the Zn ion sites in the interior of ZnO-NWs. The clear sharp and intense
emission bands in the range 610–630 nm of Eu-treated ZnO-NWs originated from the intra-4f
transition of Eu ions in the Eu2O3-like surface layer. © 2010 American Institute of Physics.
�doi:10.1063/1.3304071�

Zinc oxide �ZnO� is a well-known wide band-gap semi-
conductor with a large exciton binding energy at room tem-
perature. It has attracted much interest in recent years be-
cause of its unique properties and potential applications.1–3

Recent studies of this material have focused on its applica-
tions in optoelectronics and light-emitting devices. ZnO
emits over a wide range of the visible spectrum and UV
luminescence. Many studies of rare-earth �RE�-treated ZnO
and RE-induced changes in their optical properties have
tended to conclude that trivalent RE ions are effective lumi-
nescence centers.4–7 The results of these studies have also
suggested that energy can be transferred from the ZnO ma-
trix to Eu activator ions, yielding narrow and intense emis-
sion lines that are associated with 4f intrashell transitions.
However, the direct transfer of energy from ZnO to Eu ions
has been argued to be unfeasible, because the lifetime of the
exciton in ZnO is much shorter than the time required for
energy transfer,8 the difference between ionic radii �Eu3+ ion:
�0.95 Å and Zn2+ ion: �0.74 Å� is large, and the charges
of Eu3+ and Zn2+ ions do not balance.9 Eu ions can be incor-
porated into a ZnO lattice with a nanostructure by the forma-
tion of surface defects,10,11 and substituted in the lattice or
localized at the grain boundaries,12,13 which serve as energy
traps and support the transfer of energy in the system. How-
ever, direct microstructural evidence of the effect of Eu ions
on the photoluminescence �PL� of Eu-treated ZnO matrix is
lacking. Therefore, an understanding of the mechanism of
energy transfer between the ZnO matrix and Eu ions as a
cause of light emission and the enhancement of emission is

very valuable. In particular, the relationship between the PL
property and the electronic/atomic structures of Eu-treated
ZnO nanowires �ZnO-NWs� is very important. In this letter,
x-ray diffraction �XRD�, PL, x-ray absorption near-edge
structure �XANES�, and extended x-ray absorption fine
structure �EXAFS� are measured to address the above issues.

The XANES and EXAFS measurements were carried
out at the National Synchrotron Radiation Research Center
in Hsinchu, Taiwan. Pure ZnO-NWs were grown by chemi-
cal vapor deposition, Eu-treated ZnO-NWs were obtained by
thermal diffusion of Eu atoms into ZnO-NWs. Commercial-
grade Eu oxide �Eu2O3� powder was compared with the
samples. The diameter of ZnO-NWs was approximately 200
nm; they were approximately 1 �m long. Details of the
preparation of Eu-treated ZnO-NWs and ZnO-NWs can be
found elsewhere.11

Figure 1 presents XRD patterns of Eu-treated and un-
treated ZnO-NWs along with that of reference Eu2O3. All
peaks in the XRD patterns of Eu-treated and untreated ZnO-
NWs can be indexed to �hexagonal� wurtzite-phase ZnO. No
diffraction peak from Eu2O3 or another Eu-impurity was ob-
served, suggesting that either Eu ions were substituted at the
Zn ion sites in ZnO-NWs or formed a very small/thin Eu-
oxide layer on the surface, which layer was too thin to be
detected by XRD. When Eu ions randomly substitute for Zn
ions, diffraction peaks are expected to shift toward smaller
angles, since the radius of Eu3+ �0.95 Å� exceeds that of Zn2+

�0.74 Å�, such that the substitution increases the interplane
distance. However, the XRD data in Fig. 1 do not reveal any
diffraction peak shift, seemingly excluding the possibility of
substitutional doping by Eu ions at the Zn ion sites in the
interior of Eu-treated ZnO-NWs. The high-resolution trans-
mission electron microscopy �HR-TEM� image in inset �a� in
Fig. 1 reveals sharp and clear ordered-lattices in ZnO-NWs.
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In contrast, the HR-TEM image in inset �b� displays rela-
tively oblique and disordered-lattices in Eu-treated ZnO-
NWs, attributable to the presence of Eu-oxide on the
surface.11 The scanning electron microscopic �SEM� image
in inset �c� shows the round structure of Eu-treated ZnO-
NWs and their overall growth in the upright/vertical direc-
tion associated with the thermal diffusion of Eu atoms. Pan-
els ��d�–�f�� in Fig. 1 present the PL spectra of Eu-treated
ZnO-NWs under excitation by 260 �4.77 eV�, 396 �3.13 eV�,
and 470 �2.64 eV� nm He-Ar laser light at 15 K. The figure
reveals strong near-band-edge emission at �370 nm �3.3
eV�. Corresponding green luminescence is centered at
�500 nm �panel �d�� and sharp and intense emissions are
observed in the spectra in the range 610–630 nm �panels
�d�–�f�� under the three excitations. The broad green lumi-
nescence in panel �d� has been suggested to be caused by
vacancy defects.5,14 The shift in the broad green lumines-
cence of Eu-treated ZnO-NWs relative to that of ZnO-NWs
is attributable to deep trapped hole states in oxygen vacan-
cies and excess oxygen on the surface of NWs.14 Panels
�d�–�f� also present the PL spectra of ZnO-NWs and Eu2O3
under various excitations at 15 K for comparison. Clearly,
the excitation energies at 396 �3.13 eV� and 470 nm �2.64
eV� are lower than the band gap of pure ZnO-NWs
��3.4 eV�.15 The sharp and intense emissions in the range
610–630 nm from Eu-treated ZnO-NWs under various exci-
tations suggest that Eu ions may gain energy from ZnO-
NWs, giving rise to an intra-4f transition.4–7 The emissions
in the range 610–630 nm of Eu-treated ZnO-NWs are similar
to those of the reference Eu2O3, as shown in panels �e� and
�f� in Fig. 1. Careful observation reveals that, in spite of
discernible similarity, the Stark splitting in the spectra are
still somewhat different, which can be explained by the
highly defective nature of the produced Eu2O3-like layer that
covers the surface. The formation of other compounds, such
as ZnEu2O4, which has been reported to be a stable oxide,16

could also be a possibility, although the analysis of the data
in the present work shows that the Eu2O3-like layer is most
likely.

Figure 2 presents normalized O K-edge XANES spectra
of Eu-treated, untreated ZnO-NWs, and reference Eu2O3.
The characteristic features A1-E1 in the O K-edge spectrum
of ZnO-NWs corresponds primarily to O 1s transitions to the

O 2pab �along the bilayer� and O 2pc �along the c-axis� un-
occupied states.15,17 The lower panel in Fig. 2 presents the
difference spectrum between Eu-treated and untreated ZnO-
NWs. The overall spectral intensity of Eu-treated ZnO-NWs
is reduced and the near-edge feature is broadened relative to
those of ZnO-NWs, indicating that the number of O 2p un-
occupied states decreases following the Eu-diffusion process,
suggesting an increase in the occupation of the O 2p orbitals
and in the negative effective charge of the O ion. The in-
crease in the effective charge of the O ions is explained by
the fact that the Pauling’s electronegativity of Eu �1.2� is
much smaller than that of Zn �1.65�.18 The inset �a� in Fig. 2
displays XANES spectra at the Eu L3-edge of the Eu-treated
ZnO-NWs and Eu2O3. The Eu-treated ZnO-NWs and Eu2O3
yield almost identical spectral line-shapes with a strong fea-
ture �A2� at the same energy threshold, �6983.7 eV, clearly
suggesting the formation by trivalent Eu ions of an
Eu2O3-like layer on the surface, rather than the substitution
of Zn ions in the interior of the NWs. Feature A2 of Eu-
treated ZnO-NWs corresponds to the transition of Eu 2p to
5d unoccupied states and is considerably more intense than
that of reference Eu2O3. The relatively high intensity of fea-
ture A2 may be caused by the enhancement of the localiza-
tion of Eu 5d states in Eu-treated ZnO-NWs associated with
the reduced size of NWs. The enhanced feature A2 is also
consistent with the fact that the overall intensity of spectral
features in Zn L3-edge XANES, which corresponds to Zn 2p
to 4s /3d transitions in Eu-treated ZnO-NWs, is slightly
lower than the intensity of that of ZnO-NWs, as shown in the
inset �b� in Fig. 2.

Figure 3 and insets �a� and �b� in Fig. 3 present the
amplitude of the Fourier transform �FT� obtained from the
EXAFS k3� data for Eu-treated ZnO-NWs, untreated ZnO-
NWs and Eu2O3, and their corresponding oscillations at the
Zn K-edge and Eu L3-edge at an angle of incidence �=37°.
The first and second main features in the FT spectra at the
Zn K-edge of ZnO-NWs correspond to the nearest-neighbor

FIG. 1. �Color online� XRD patterns of Eu-treated ZnO-NWs, ZnO-NWs
and reference Eu2O3 powder. Insets ��a�–�c�� present, respectively, HR-TEM
images of ZnO-NWs and Eu-treated ZnO-NWs, and SEM image of Eu-
treated ZnO-NWs. Panels ��d�–�f�� present PL spectra of Eu-treated ZnO-
NWs, ZnO-NWs, and Eu2O3 under different light excitations at 15 K.

FIG. 2. �Color online� Normalized O K-edge XANES spectra of Eu-treated
ZnO-NWs, ZnO-NWs and Eu2O3 powder. Lower inset plots difference
XANES spectrum between Eu-treated ZnO-NWs and ZnO-NWs. Insets �a�
and �b� present, respectively, Eu L3-edge XANES of Eu-treated ZnO-NWs
and Eu2O3, and Zn L3-edge XANES of Eu-treated ZnO-NWs and
ZnO-NWs.

062112-2 Huang et al. Appl. Phys. Lett. 96, 062112 �2010�

 This article is copyrighted as indicated in the article. Reuse of AIP content is subject to the terms at: http://scitation.aip.org/termsconditions. Downloaded to IP:

140.113.38.11 On: Wed, 30 Apr 2014 11:58:50



�NN� Zn-O and the next-nearest-neighbor �NNN� Zn–Zn
bond lengths. Clearly, the line-shapes and the radial distribu-
tion of the FT spectra at the Zn K-edge of the Eu-treated
ZnO-NWs are nearly identical to those of ZnO-NWs but the
overall spectral intensities of the NN and NNN features are
slightly higher. These results suggest the following. �i� Eu
atoms in the thermal diffusion process did not substitute for
host Zn ions in Eu-treated ZnO-NWs, because if the Eu at-
oms had randomly substituted Zn ions in the interior of the
NWs, the local atomic structure at the Zn sites should be
strongly distorted, due to the large difference between the
ionic radii of Eu3+ and Zn2+, and such distortion was not
observed. The XRD data are consistent with this finding. �ii�
Most of the Eu atoms substituted at the Zn sites on the sur-
face layer and formed a stable Eu2O3-like layer, such that Zn
ions with dangling bonds or defects, which have a larger
degree of disorder, were depleted. This argument explains
why the spectral intensities of the NN and NNN features in
the FT spectra of Eu-treated ZnO-NWs slightly exceed those
in the spectra of ZnO-NWs. The FT at the Eu L3-edge of
Eu-treated ZnO-NWs and Eu2O3 presented in the lower part
of Fig. 3 supports this argument. Clearly, the general line-
shape and the radial distribution of the Eu L3-edge FT spec-
tra of Eu-treated ZnO-NWs are similar to those of reference
Eu2O3, indicating that the local atomic structure of Eu ions
in Eu-treated ZnO-NWs is similar to that of Eu2O3. The
lower intensities of the NN and NNN features in the FT
spectra of the Eu-treated ZnO-NWs reveal that the structural
distortion of Eu-treated ZnO-NWs exceeds that of Eu2O3,
possibly because of an increase in the number of dangling
bonds/surface states of the Eu2O3-like layer on the surface of
ZnO-NWs.19 Notably, the EXAFS FT spectra of the
Eu L3-edge of the Eu-treated ZnO-NWs clearly differ from
those at the Zn K-edge, further indicating the lack of signifi-
cant substitution of Zn ions by Eu ions in Eu-treated ZnO-
NWs. Additionally, polarization-dependent EXAFS measure-

ments �not shown in the figure� at the Eu L3-edge, with two
angles of incidence, �=0° �normal incidence� and 70° �graz-
ing incidence�, were also made. The spectral intensities of
the NN and NNN features in the FT spectra at �=70° are
lower than those at �=0°, suggesting greater surface sensi-
tivity at the grazing incidence, �=70°, which is associated
with larger structural disorder, and leads to the detection of
more dangling bonds or defects on the Eu2O3-like surface
layer. This finding is evidence of the presence of an
Eu2O3-like surface layer. If Eu ions had been incorporated at
the interstitial sites of the grain boundaries in the ZnO-NWs
matrix, polarization-dependent EXAFS measurements would
differ negligible between the two incident angles.

As stated above, the enhancement of PL in Eu-treated
ZnO-NWs is generally believed to involve the absorption
of photon energy by Eu ions, causing their electrons to
transition from the ground state to the excited state. This
process may be associated with structural defects, chemical
inhomogeneities, and oxygen vacancies formed by Eu. When
ZnO-NWs absorb photon energy, electron-hole pairs are gen-
erated. Some of the energy that is released by the recombi-
nation of electron-hole pairs is transferred to Eu ions, so that
they act as luminescence centers with 4f intrashell transi-
tions, yielding narrow and intense emission lines under indi-
rect excitation.4–7 However, earlier studies have also shown
that the transfer of energy from the ZnO host to Eu ions is
very inefficient in Eu-treated ZnO.4,20 The measurements in
this work demonstrate that the sharp and intense emission
from Eu-treated ZnO-NWs originated at the Eu centers in the
Eu2O3-like surface layer under direct light excitation.
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FIG. 3. �Color online� FT of EXAFS k3� data from k=3.2 to 13.5 Å at
Zn K-edge of Eu-treated ZnO-NWs, and ZnO-NWs, and Eu L3-edge from
k=3.2 to 10.5 Å of Eu-treated ZnO-NWs and Eu2O3 powder, respectively.
Upper left part of inset presents experimental geometry, where E is the
polarization of the incoming photons, and ��=37°� is the angle of incidence.
Upper right-inset presents the Zn K-edge EXAFS k3� data of Eu-treated
ZnO-NWs and ZnO-NWs. Lower right-inset shows Eu L3-edge EXAFS k3�
data of Eu-treated ZnO-NWs and Eu2O3.

062112-3 Huang et al. Appl. Phys. Lett. 96, 062112 �2010�

 This article is copyrighted as indicated in the article. Reuse of AIP content is subject to the terms at: http://scitation.aip.org/termsconditions. Downloaded to IP:

140.113.38.11 On: Wed, 30 Apr 2014 11:58:50

http://dx.doi.org/10.1063/1.118824
http://dx.doi.org/10.1126/science.1060367
http://dx.doi.org/10.1126/science.1139366
http://dx.doi.org/10.1021/jp710207r
http://dx.doi.org/10.1088/0957-4484/19/05/055711
http://dx.doi.org/10.1063/1.2007647
http://dx.doi.org/10.1063/1.1952576
http://dx.doi.org/10.1016/0022-2313(90)90006-W
http://dx.doi.org/10.1021/cm011195s
http://dx.doi.org/10.1063/1.2357031
http://dx.doi.org/10.1149/1.2985838
http://dx.doi.org/10.1364/OE.16.011795
http://dx.doi.org/10.1016/S0022-2313(02)00574-4
http://dx.doi.org/10.1063/1.367465
http://dx.doi.org/10.1063/1.2951939
http://dx.doi.org/10.1080/10408430601044775
http://dx.doi.org/10.1080/10408430601044775
http://dx.doi.org/10.1063/1.2738369
http://dx.doi.org/10.1063/1.2738369
http://dx.doi.org/10.1002/adfm.200304330

