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Analysis of a Liquid Crystal Fabry–Perot
Etalon Filter: A Novel Model

Po-Lun Chen, Kuen-Cherng Lin, Wei-Ching Chuang, Yen-Chang Tzeng, Kun-Yi Lee, and Wei-Yu Lee

Abstract—The authors propose a novel analysis method to
investigate the characteristics of an electrically tunable liquid-
crystal Fabry–Perot interferometer (LC-FPI). Based on the solu-
tion of deformation analysis of liquid crystal in an electric field
and the assumption of small refractive index variation in the
Fabry–Perot cavity, the voltage-dependent equivalent refractive
index of the cavity has been derived. Tuning behaviors of the
LC-FPI filter were simulated by means of the dependence. The
calculated result and the experimental measured data agree well
with each other.

Index Terms—Fabry–Perot interferometer, filter, liquid crystal.

I. INTRODUCTION

I N RECENT YEARS, there has been a growing interest
in tunable wavelength-selective filters using liquid crys-

tal [1]–[4] for high-density wavelength division multiplexing
(HD-WDM) systems. The promising properties of electri-
cally tunable liquid crystal Fabry–Perot interferometers (LC-
FPI), such as simple structure, low loss, low drive, narrow
bandwidth, and wide tunable range, have led to their rapid
applications [5]–[8] as crucial components in optical fiber
communication. The filter can be widely tuned with an ap-
plication of 1–5 V that changes the optical path length in the
cavity of a Fabry–Perot etalon.

However, there is still no powerful simulation model as
a design tool for the LC-FPI’s. In this letter, we propose
a simple analysis method to explore the voltage-dependent
transmission and filter bandwidth characteristics of electrically
tunable liquid crystal Fabry–Perot interferometers. The model
is based on deformation analysis of liquid crystal in an electric
field and derivation of the equivalent refractive index of
the liquid crystal. Via the combination of both, the voltage-
dependent refractive index function, which is the fundamental
of the proposed model, was given and the filter characteristics
of the LC-FPI were simulated.

II. M ODEL CONCEPT

The basic structure of an electrically tunable LC-FPI is
shown in Fig. 1. A homogeneously aligned nematic LC layer
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Fig. 1. The basic structure of a tunable LC-FPI.

is sandwiched between two glass plates, on which alignment
films, indium tin oxide (ITO) transparent electrodes, and
dielectric mirrors were deposited. An electric field is applied to
the LC via ITO electrodes deposited upon the inner sides of the
glass plates. The outer sides are coated with an antireflective
film. Nematic liquid crystal exhibits high-birefringent and
electrooptic effects because of the field-induced orientation of
the molecules.

The substrate surfaces are assumed to be rubbing-treated
along the surface plane of the glass plates; thus, the LC
molecules are aligned along the same direction, say, in an

direction. When an external electric field is applied, the LC
molecules tilt at an angle relative to the axis to increase
the elastic energy but lower the electrostatic energy. Thus, the
light linearly polarized along the direction experiences the
refractive index [9]

(1)

depending on the tilted angle, where and are the
ordinary and extraordinary refractive indices of the LC, re-
spectively. On the other hand, the position-dependent tilted
angle can be derived by the deformation of nematic LC’s
in an electric field, which has been solved by Deuling [10],

(2)

where is thickness of the LC cells, and
and are the elastic constants for splay
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TABLE I
THE MODEL PARAMETERS USED IN THE ANALYSIS

Fig. 2. Equivalent refractive index as a function of the normalized voltage
V=V0.

and bend, respectively. and are the relative dielectric
constants parallel and perpendicular to the direction of the
molecules, respectively. From the above two equations, the
refractive index profile across the cavity can be obtained.

Assuming the refractive-index differences between any two
adjacent layers in an-layer Fabry–Perot cavity are small, the
total resonance order can be summarized as

(3)

where is resonance order in theth layer. Since
, the above equation can be derived as

(4)

where is the cavity length. Thus, the equivalent refractive
index of the whole cavity can be defined as

(5)

To explore the effect of the external electric field, in
(2) was obtained for any given value of the applied voltage

by [10]

(6)

where

refers to the threshold voltage of the LC. Thus, by combining
(1), (2), (5), and (6), we can obtain the equivalent refractive

Fig. 3. The refractive index dependency of the filter transmission, where
unity transmission peaks indicate the values ofnequ under resonance con-
ditions.

Fig. 4. The electrically tuning transmission characteristics as a function of
applied voltage, where the circle signs indicate the measured data of the filter
with the same structure parameters. The reflectivityR of the dielectric mirrors
was assumed to be 0.7 in the simulation.

index as a function of the applied voltage, which facilitates
the analysis of LC-FPI filters.

III. RESULTS AND DISCUSSION

In order to show the applicability of the concept of the
proposed model, we considered an LC-FPI filter of the nematic
LC (Merck ZLI-3103) with its structural parameters shown
in Table I. The application of nematic liquid crystals to
construct an electrically tunable FPI filter is feasible due to
the deformation effect of the LC. The He–Ne laser source
with a wavelength 633 nm was utilized due to its visibility
to facilitate the characteristic measurement and the finding
of a prototype result. By using the model described in the
last section, we calculated the equivalent refractive index as a
function of the normalized voltage . The result is plotted
in Fig. 2. If the applied voltage is lower than the threshold
voltage ( 2.2 V), would equal otherwise,
would be tunable and decrease from to monotonously.
The voltage-dependent equivalent refractive index function is
an important base to explore the characteristics of the filters.



CHEN et al.: ANALYSIS OF A LIQUID CRYSTAL FABRY–PEROT ETALON FILTER: A NOVEL MODEL 469

Fig. 5. The center wavelength of the filter passband versus applied voltage.
m denotes the resonance order.

Moreover, this threshold effect is crucial in practical design of
the electrically tunable LC-FPI filter.

Since the optical path length of a Fabry–Perot etalon is
strongly affected by the overall refractive index profile of
the cavity, the transmission can be inferred to be -
dependent. Fig. 3 shows the refractive index dependency of
the transmission, where unity transmission peaks indicate
the values of under resonance conditions. This plot
can be easily obtained via the operational principle of a
Fabry–Perot etalon. The sharpness of the transmission peaks
can be increased using either a larger cavity or a pair of higher-
reflectivity mirrors; however, the former would induce a small
free spectra range (FSR) and the latter would decrease the
overall transmitted intensity.

Combining Figs. 2 and 3, the voltage-dependent transmis-
sion characteristics were obtained and shown in Fig. 4, where
the circle signs indicate the measured data of the filter with
structure parameters shown in Table I. The parameters of the
nematic LC were given by the supplier, while the LC cell
thickness was extracted by fitting the measurement. Resonance
condition of the LC-FPI filter shifts as the refractive index
of the liquid crystal changes, or equivalently, as the applied
voltage changes. Note that the full voltage-width of the half
maximum in voltage-dependent transmission characteristics
corresponds to the full bandwidth of the half maximum in
wavelength-dependent transmission characteristics. Thus, the
FWHM (full width at half maximum) can be estimated with
the help of this figure. As can be seen, the experimentally
measured data agree considerably with the calculated one. The
little discrepancy can be due to the fact that the LC molecules
close to the alignment surface do not reorient even though the
applied voltage is sufficient. This result supports the validity
of the proposed model.

Fig. 5 shows the tuning characteristics of the passband
center wavelength as a function of the applied voltage. From
this figure, the FSR of the LC-FPI filter can be found. Besides,
we can see the threshold effect of the filter, i.e., the wavelength
tuning begins in case the applied voltage exceeds the threshold
value of 2.2 V. Almost all performance characteristics of a
tunable LC-FPI filter could be simulated by using the voltage-
dependent equivalent refractive index characteristics.

IV. CONCLUSION

To investigate electrically tunable liquid-crystal Fabry–Perot
interferometers, we proposed a simple method to analyze their
characteristics. Based on the solution of deformation analysis
of liquid crystal in an electric field and the assumption of
small refractive index variation in the Fabry–Perot cavity, the
voltage-dependent equivalent refractive index of the cavity has
been derived. By means of the dependence, tuning behaviors
of the LC-FPI filter were simulated. Good agreement between
theoretical calculation and experimental measured data implies
the validity of our method.
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