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ABSTRACT We have systematically studied the self-organization of poly(3-hexylthiophene) (P3HT), an electrochromic material, upon
control of the solvent evaporation rate. We characterized these polymer films using atomic force microscopy and X-ray diffraction
measurements. Well-ordered P3HT structures were developed after solvent annealing; these highly crystalline structures exhibited
enhanced electrochromic contrast and reduced resistance within the film, leading to larger coloration efficiencies and faster switching
times. The optical contrast (∆%T), coloration efficiency, and switching time of the P3HT films increased from 54.2%, 182.6 cm2 C-1,
and 5.3 s, respectively, prior to solvent annealing to 64.8%, 293.5 cm2 C-1, and 3.2 s, respectively, after application of the solvent-
annealing conditions.
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INTRODUCTION

Electrochromism can be broadly defined as a revers-
ible color change in response to an externally applied
potential. There is worldwide interest in developing

electrochromic devices (ECDs) because of their potential
applications in light-modulating devices, such as smart
windows, antidazzling mirrors, and displays (1-6). Most
research in the field of electrochromism over the past 2
decades has been focused on transition-metal oxides (7, 9)
ECDs incorporating transition-metal oxides as active layers,
however, have been typically prepared using complicated
vacuum evaporation processes and high-temperature sin-
tering processes; these ECDs generally feature low coloration
efficiencies and slow response times, which inevitably limit
their commercial and industrial applications. Therefore, the
development of solution-processable organic materialss
including polypyrrole (10, 11) polyaniline (12), polythiophenes
(13-18) and other chromophoric molecules (19, 20)shas
garnered more attention for the preparation of ECDs be-

cause they possess several advantageous properties: large
coloration efficiencies, ease of color tuning, high electro-
chromic contrast, and rapid response times. Although poly-
pyrrole exhibits good conductivity and high stability in its
oxidized form, it suffers from undesired R-� and �-�
couplings during polymerization, which deteriorate its prop-
erties (21). Furthermore, although polyaniline stands out for
its ability to form conductive materials at relatively low cost,
it can yield toxic products upon degradation (22) because
of the presence of benzidine moieties in its polymer back-
bone. Therefore, among these candidate conjugated poly-
mers, polythiophene and its derivatives have been investi-
gated extensively because of their relative stability and
environmentally friendly properties (23-27).

Poly(3-alkylthiophene)s (P3ATs) are commonly applied in
ECDs (28-31). For example, an all-thiophene ECD fabri-
cated through electrochemical deposition was reported by
Ribeiro et al. (32); in addition, poly(3-methylthiophene) is a
promising electrochromic material because of its response
time of a few milliseconds and cyclability of more than 105

cycles (33). Nevertheless, the high oxidation potential of
P3ATs leads to irreversible overoxidation of the polymer
during the electrodeposition process. Although thiophene
oligomers can be polymerized electrochemically at lower
potentials than the parent monomer, the resulting polymers
exhibit below-average conjugation lengths. Therefore, oxida-
tive chemical polymerization is, at present, an important
means of synthesizing high-molecular-weight P3ATs exhibit-
ing solution processability. Furthermore, the oxidative chemi-
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cal polymerization can also control the polymer regioregu-
larity (RR) on the molecular nanostructure, leading to im-
proved optical and electronic properties. Therefore, P3ATs
are formed more readily through solution processing rather
than electrodeposition.

Regioregular poly(3-hexylthiophene)s (RR-P3HTs) exhibit
good self-organizing properties, forming crystalline struc-
tures suitable for electronic applications. The electronic
transport and optical properties of P3HTs are critically
affected by solvent annealing (34-36) and heat treatment
(37), which varies the field-effect mobilities and absorption
of the materials through higher degrees of π-π stacking.
Sirringhaus et al. fabricated P3HT-based transistors exhibit-
ing mobilities greater than 0.1 cm2 V-1 s-1 by controlling the
growth rate of P3HT (38). In addition, Yang et al. reported
very efficient plastic solar cells based on P3HT and [6,6]-
phenyl-C61-butyric acid methyl ester; controlling the growth
rate of the active layer enhanced the device efficiency
significantly (39-41). Although many studies have focused
on improving the performance of thin-film transistors and
solar cells by controlling the growth of P3HT, the ECDs
incorporating P3HT have received much less attention. In
this paper, we reveal that controlling the solvent evaporation
rate from solution to the solid state can significantly enhance

the electrochromic contrast of P3HT. We found that both the
electron-transfer resistance and field-effect mobility could
be increased by an order of magnitude, leading to shorter
switching times and higher coloration efficiencies. We pre-
pared these electrochromic films through a solution-based
process, allowing large-area devices to be obtained at rela-
tively low cost.

EXPERIMENTAL SECTION
Chemicals. Poly(3-hexylthiophene) (P3HT) was purchased

from Rieke Metals. Its regioregularity, weight-average (Mw) and
number-average (Mn) molecular weights, and polydispersity
index (PDI) were 93%, 3.7 × 104, 2.5 × 104, and 1.48,
respectively. The optically transparent indium-tin oxide (ITO;
Rsh ) 20 Ω sq-1) substrates were supplied by RiTdisplay Corp.
(Hsinchu Industrial Park, Taiwan).

Polymer Thin-Film Deposition. Prior to deposition, P3HT
was dissolved in 1,2,4-trichlorobenzene (TCB) and then stirred

FIGURE 1. (a) Cyclic voltammograms of P3HT prepared using rapid-
and slow-growth methods [vs Ag/Ag+(ACN)] in 0.1 M LiClO4/cellulose
acetate nitrate. (b) Cyclic voltammograms of the P3HT films at
various potential scan rates. (c) Plots of the current densities versus
the scan rates for the P3HT films.

FIGURE 2. Three-dimensional spectroelectrochemical surfaces of the
(a) rapidly and (b) slowly grown films. Spectra were recorded at 100
mV increments between 0 and 1 V [vs Ag/Ag+(ACN)].
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for 12 h at 50 °C. After the polymer solution cooled, the slowly
grown films were obtained by spin-coating the polymer solution
on ITO glass at 600 rpm for 50 s. Every sample was coated with
one layer. Spin coating at 600 rpm left the films wet, and they
were then dried in covered glass Petri dishes within 30 min.
The rapidly grown film was heated at 150 °C for 5 s. The
thicknesses of the films were 200-210 nm, and the active area
was 2 × 2 cm2. The whole deposition process were performed
in a nitrogen environment inside a glovebox. The temperature
and O2 and H2O concentrations inside the glovebox were
controlled at 25 °C and 0.1 and 0.1 ppm, respectively.

Fabrication of Field-Effect Transistors (FETs). A heavily
doped p-type silicon (p+-Si) wafer and a 300-nm thermally
oxidized SiO2 film were used as the gate and dielectric, respec-
tively, for P3HT-based FETs. The substrates were cut into 1.5
cm × 1.5 cm pieces through mechanical scribing. Prior to
deposition, the substrates were cleaned with acetone and
isopropyl alcohol in an ultrasonic bath, followed by UV-ozone
cleaning for 15 min. The semiconductor layer P3HT was
prepared by spin-coating a solution of P3HT (2 wt %) in TCB at
2500 rpm and with a thickness of ca. 110-130 nm. Finally, the
50-nm-thick gold film was thermally evaporated onto the F8T2
film through a shadow mask to form source/drain electrodes.

Characterization of Polymer Films. Cyclic voltammetry (CV)
was performed using a three-electrode cell with 0.1 M LiClO4/
acetonitrile (ACN) and ITO glass as the working electrodes, a
platinum sheet as the counter electrode, and nonaqueous Ag/
Ag+ (containing 0.01 M AgNO3 and 0.1 M TBAClO4 in ACN) as
the reference electrode. Spectroelectrochemical data were
recorded using a Shimadzu UV-1601PC spectrophotometer.
Surface morphologies were observed using an atomic force

microscope (Digital Instruments NS 3a controller with a D3100
stage). XRD analyses were performed using a Philips X’Pert/
MPD instrument. For electrochemical impedance spectroscopy
(EIS) analysis, the P3HT electrodes were characterized using a
three-electrode system (the potentiostat mentioned above)
equipped with an FRA2 module in the presence of 1.0 mM
redox couples and 0.1 M LiClO4 in an aqueous solution. The
impedance spectra were recorded at the formal potential of the
redox couple in the frequency ranging from 100 to 10 000 Hz.
Colorimetry measurements were performed using a Minolta CS-
100 Chroma Meter; the sample was illuminated from behind
using a D50 (5000 K) light source. A background measurement
was taken from blank ITO glass in an electrolyte solution held
in a standard quartz cuvette.

RESULTS AND DISCUSSION
Figure 1a displays cyclic voltammograms of P3HT, pre-

pared using rapid- and slow-growth methods, recorded in
0.1 M LiClO4/ACN. The behavior of these two sets of films
was very similar, with two coupled redox peaks appearing
between -0.2 and 1.0 V. These multiple signals were due
to the sequential reduction of bipolaronic and polaronic
charge carriers (42). Parts b and c of Figure 1display the
cyclic voltammograms and variations of the current densities
of the slowly grown films upon an increase of the scan rate
up to 400 mV s-1. A linear relationship existed between the
peak current and the scan rate, indicating that the electro-
active polymer films adhered well to the ITO electrodes and
that the electrochemical processes were reaction-controlled.
The current was not limited by the diffusion of counterions.
Moreover, the slight increases in the anodic peak potentials
suggested that the redox processes were not reversible;
instead, they followed a quasi-reversible mechanism.

Figure 2 presents the optoelectrochemical spectral series
obtained for rapidly and slowly grown films while changing

FIGURE 3. AFM images of P3HT films prepared using the (a) rapid-
and (b) slow-growth methods.

FIGURE 4. XRD spectra of P3HT films prepared with and without
solvent annealing.
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from the reduced state to the fully oxidized state. The
features in these two sets of spectra are very similar.
Stepwise oxidation of the polymer led to a reduction in the

absorbance throughout the visible region, as the color
changed from a purple state (reduced form) to a pale-blue
state (oxidized form). Both the rapidly and slowly grown

FIGURE 5. Output at different gate voltages (VG) and transfer characteristics in the saturation regime at a constant source/drain voltage
(VDS ) -60 V) for FETs incorporating the (a and b) rapidly and (c and d) slowly grown films.

FIGURE 6. (a) Nyquist and (b) Bode plots providing both experimental (dots) and fitting (lines) data.
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P3HT films underwent obvious bleaching when the applied
potential was more positive than 0.3 V, consistent with the
anodic peak potential in Figure 1. The spectrum of the slowly
grown film, however, reveals a larger absorbance at 520 nm
and another two shoulders located at 550 and 600 nm (inset
to Figure 2b). Because the thicknesses of each film were
similar (ca. 250 nm), we attribute the change in the peak
absorption wavelength during solvent annealing to the
improved π-π* stacking, leading to increased interchain
interactions between P3HT chains (43-45). The increased
degree of interchain interaction among the P3HT chains
after solvent annealing resulted in stronger absorbance (1.04
for slowly grown film; 0.85 for rapidly grown film) and two

distinguishable shoulder signals, leading to a significantly
broadened spectrum. As a result, the electrochromic contrast
in the visible region was greater for the slowly grown
polymers, making them better candidates for use in elec-
trochromic applications.

Polymer crystallization from solution into a thin film is
an exothermic process that can be affected by the solvent
evaporation rate (46). The film morphology of P3HT films
can be visualized using tapping-mode atomic force micros-
copy (AFM). Figure 3 displays the surface topography of the
polymer films processed with and without solvent annealing.
Two features are evident: (1) The surface processed with
solvent annealing was significantly rougher [root-mean-
square (rms) surface roughness: 4.7 nm] than that obtained
without solvent annealing [(rms) surface roughness: 1.3 nm].
(2) Highly ordered fibrillar crystalline domains of P3HT
(domain size: 22 nm) are clearly visible in the images of the
slowly grown film; they are absent in the case of the rapidly
grown film. We assign these fibrillar features to domains of
P3HT crystallites originating from highly tight stacks of
several polymer chains. Recently, Brinkmann et al. investi-
gated the semicrystalline structure of P3HT and found a
lamellar periodicity of ca. 28 nm; this long-range order
includes the crystalline region as well as disordered zones
that harbor structural defects, such as chain ends and folds
and tie segments (47). Our observations for these polymer
films are consistent with their findings. Thus, reducing the
solvent evaporation rate can provide highly ordered P3HT
chains, consistent with our optical absorption measurements.

AFM observations are limited only to the surface of the
film; to obtain the overall crystalline structure of P3HT films,
we performed further studies using X-ray diffraction (XRD).
Both films exhibited an intense (100) diffraction peak (Figure
4), implying that they featured very highly ordered edge-on
hexyl side chains. The ordered structure was formed from
parallel stacks of P3HT main chains separated by regions
filled with alkyl side chains (inset to Figure 4). The 2θ angle
of the maximum diffraction peak of the slowly grown film
(5.69°) was greater than that of the rapidly grown film
(5.49°). Substitution of these data into the Bragg equation
yields a mean interlayer spacing for the slowly grown film
of 15.5 Å, which is 0.6 Å less than that of rapidly grown film
(16.1 Å). Closer P3HT chains suggest a lower resistance to
the hopping of carriers between P3HT backbones (48). Our
AFM and XRD analyses provide sufficient evidence suggest-
ing that strong interlayer interactions within the P3HT were
realized during the solvent-annealing process, leading to a
larger electrochromic contrast.

To determine the relationship between the molecular
ordering and the electrical characteristics, we used a top-
contact FET geometry to measure the field-effect mobilities
of the P3HT films. Parts a,b and c,d of Figure 5 display the
output and transfer characteristics of P3HT-based FETs
fabricated using rapid- and slow-growth methods, respec-
tively. We calculated the field-effect mobility of each transis-
tor in the saturation regime (VDS ) -60 V) by plotting the

FIGURE 7. (a) CIE 1931 xy chromaticity diagram for the rapidly and
slowly grown P3HT films as a function of the applied potential. (b)
Relative luminance (% Y) for the rapidly and slowly grown P3HT
films at applied potentials ranging from -1.6 to +1.6 V [vs Ag/
Ag+(ACN)].
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square root of the drain current against the gate voltage and
fitting the data to the following equation (49):

IDS )
WCi

2L
µ(VGS - VT)

2 (1)

with Ci equal to 1.0 × 10-8 F cm-2, W equal to 2 mm, and L
equal to 100 mm. The hole mobility (up to 6.5 × 10-3 cm2

V-1 s-1) and on/off ratios (up to 1 × 104) of the slowly grown
P3HT were higher (by 1 order of magnitude) than those of
the rapidly grown sample. Because the P3HT samples had
the same molecular weight, the higher mobility of the slowly
grown material must be due to the structural ordering in the
film, providing a more favorable morphology, as revealed
by AFM and XRD measurements.

To investigate the kinetics of the electron transfer at the
polymer-solution interface, we characterized the polymer
films using EIS. Figure 6a displays the impedance spectra
of the polymer films characterized under 1.0 mM K4Fe(CN)6,
K3Fe(CN)6, and 0.1 M LiClO4 as the supporting electrolyte.
We fit the EIS data with the equivalent circuit (47) presented
in the inset to Figure 6a. In the equivalent circuit, Rs is the
solution resistance, Rct is the charge-transfer resistance due
to electron transfer at the polymer-solution interface, Zw is
the infinite-length Warburg diffusion impedance due to
diffusion of the redox couple in the solution, Cd is the
electronic capacitance of the polymer film, and Zd is the
finite-length Warburg diffusion impedance due to diffusion
of charge-compensating counterions in the polymer film.
The fitting results are presented in Figure 6a,b, where the
solid lines represent the modeling results obtained by fitting
the dotted experimental data. The fitted results suggest that
the values of Rct of the rapidly and slowly grown films were

5960 and 505 Ω, respectively. The smaller value of Rct of
the slowly grown film resulted from its highly ordered
structure, which provided a larger charge mobility, leading
to a lower resistance at the polymer-electrolyte interface.
The amorphous structure of the rapidly grown film, however,
resulted in poor charge transport, leading to a larger value
of Rct. We obtained the rate constant of the electron transfer
(k0) by using the following equation (50):

k0 ) RT

n2F2RctAC
(2)

where A is the area of the electrode, C is the bulk concentra-
tion of the redox couple, and the other symbols have their
usual electrochemical meanings. Using the known values of
Rct, we calculated the values of k0 for the rapidly and slowly
grown films as 4.5 × 10-5 and 5.3 × 10-4 cm s-1, respec-
tively. Thus, the improved crystallinity of P3HT after solvent
annealing resulted in not only a larger mobility but also a
decreased value of Rct, leading to a larger value of k0.

We employed colorimetry techniques to study the optical
properties of the P3HT films grown using different methods
and, thereby, precisely define the color changes occurring
during redox reaction. The inset of Figure 7a reveals that,
as the potential increased and the polymers became doped,
the x coordinate decreased and the y coordinate also gener-
ally decreased. Figure 7a displays the CIE 1931 Yxy color
space for the rapidly and slowly grown films; these polymers
switched from orange and purple neutral states, respectively,
at 0 V to pale-blue oxidized states at 1.2 V. Compared with
the rapidly grown film, the slowly grown film exhibited a
deeper color in its neutral state (0 V). This deeper color
resulted from the greater absorbance and the two shoulder

FIGURE 8. Optical transmittance changes and current densities monitored for the rapidly and slowly grown films at 520 nm, stepped between
0.0 and 1.1 V [vs Ag/Ag+(ACN)]. The dotted line represents the applied voltage.
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signals located at 550 and 600 nm in Figure 2. In their
oxidized states, however, the films exhibited almost the
same optical properties, leading to a larger contrast for the
slowly grown film.

The potential dependence of the relative luminance offers
a perspective on the transmissivity of a material as it relates
to the human eye’s perception of transmittance over the
entire visible spectrum as a function of doping on a single
curve. Figure 7b displays the relative luminance (% Y)
dependence on the applied potential for the rapidly and
slowly grown films. As expected for this cathodically coloring
polymer, the value of % Y increased upon oxidation from
27 to 63.7% for the rapidly grown film and from 19.5 to
63.4% for the slowly grown film. The purple/orange color
of the slowly grown film reveals a smaller relative luminance
in the neutral state in comparison with that of the rapidly
grown film, leading to a larger contrast for the former. In
terms of their use as electrochromic materials, the polymer
films prepared using the slow-growth method are better
candidates for electrochromic applications.

Figure 8 presents the transmittance (at 520 nm) and
current density during cyclic potentiostatic switching (first
two cycles) for P3HT films having a size of 2 × 2 cm2. The
samples were darkened (bleached) through application of a
potential of 1.1 V (0 V) with a switching interval of 10 s in
0.1 M LiClO4/ACN. The optical contrast (∆%T) was quite high
for the slowly grown film as a result of the self-organization
effect, consistent with our optoelectrochemical findings; the
oxidized film was 75.5% transmissive while the reduced film
was 10.7% transmissive, resulting in a value of ∆%T of
64.8%, which was larger than that of the rapidly grown film
(54.2%). The switching times for maximum electrochromic
contrast during bleaching (darkening) were 5.3s (5.5 s) for
the rapidly grown film and 3.2 s (4.0 s) for the slowly grown
film. In addition, from Figure 8b, we calculated the charge
injected/extracted per unit area, allowing us to determine
the coloration efficiency using the equation

η )
∆OD(λmax)

Q
(3)

where Q is the injected/extracted charge per unit electrode
area (C cm-2) and ∆OD is the change in absorbance at
520 nm during a redox step. The calculated coloration
efficiency of the slowly grown film was 293.5 cm2 C-1,
somewhat higher than that of the rapidly grown film
(182.6 cm2 C-1). As described above, the crystalline
structure of the slowly grown film was responsible for its
larger charge mobility and lower value of Rct at the
polymer film-electrolyte interface. In the cyclic voltam-
mograms in Figure 1, the linear relationship between the
peak current and scan rate indicates that the electrochemical
processes are reaction-controlled and not controlled by the
diffusion of counterions. Therefore, a larger charge mobility
and lower value of Rct within the polymer film can facilitate
the electrochemical reaction, leading to a faster switching
time. Note that the electrochromic coloration efficiency is
affected by several other factors, such as the conformational
structure (51, 52), morphology (53), and doping level (54),
which are governed by the processing method and condi-

tions. In addition to the lower charge-transfer resistance at
the film-electrolyte interface and the lower internal resis-
tance, we believe that these factors are also responsible for
the higher coloration efficiency.

In summary, we have obtained a deeper understanding
of how the self-organization of a polymer influences its
electrochromic properties. We observed polymer ordering
of P3HT using both XRD and AFM. UV-vis spectra and the
CIE color space revealed that superior polymer stacking led
to a larger optical contrast. FET characteristics and EIS
measurements revealed that the P3HT film prepared through
solvent annealing (or slow growth) featured a higher charge
mobility and lower resistance, leading to an improved
electrochromic coloration efficiency and faster response
time.
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