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The degradation behavior of hydrogenated amorphous silicon (a-Si:H) thin-film transistors (TFTs) under steady-state (DC)
and pulsed (AC) stress on drain electrode has been investigated in this paper. Signals with various peak levels, frequencies and
duty ratios are applied onto the drain electrode to see their effects on device’s reliability. The effects of state creation and
removal are found to still be the dominant degradation mechanisms of drain stress. With the experiment data, it is significantly
proved that the degradation behavior can be predicted by analyzing the gate-to-source and gate-to-drain vertical electric field
during stress. Furthermore, a linear combination model has been contributed in this paper. By using this model, one can
estimate the threshold voltage shift under drain AC stress of different voltage levels, frequencies, duty ratios for a given stress
time. With satisfactory agreement between the real and estimated data, this model has been proved to be very useful in
predicting and evaluating a-Si:H TFT reliability with both gate and drain signal applied. [DOI: 10.1143/JJAP.47.6228]
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1. Introduction

Hydrogenated amorphous silicon (a-Si:H) thin-film tran-
sistors (TFTs) have been widely studied because of their
various applications in liquid-crystal displays (LCDs). The
electrical instability of a-Si:H TFTs is one of the most
serious phenomena which may be the key factor in
evaluating the performance of TFT products.

The most important instability issue in a-Si:H TFTs is the
shift of threshold voltage caused by a prolonged application
of gate bias stress. Many reports indicated that the instability
of a-Si:H TFTs results from the effects of charge trapping
and defect state creation.1,2) The charge trapping is dominant
at high electric fields and/or long stress time and is related
to the trap sites in the silicon nitride (SiNx) gate insulator.
In contrast, the defect state creation is dominant at lower
electric fields and associates with the breaking of Si–Si weak
bonds in the a-Si:H layer and at the a-Si:H/SiNx interface as
well as the increase of density of defect states.3) The charge
trapping shows logarithmic time dependence while the state
creation presents power-law time and thermally activated
temperature dependence. In recent research, for transistors
made with silicon nitride as the gate insulator, the threshold
voltage shift for low negative gate-bias is proposed to be
dominated by the bias-stress-induced removal of dangling-
bond states because the zero-bias Fermi energy position for
these transistors is near the conduction band.4)

The degradation behavior of a-Si:H TFTs under gate DC
and AC stress have been extensively discussed.5–7) For
positive gate DC stress, the combination of defect state
creation and negative charge trapping can result in an
additive effect of current transfer characteristics (I–V)
curves to shift positively. But for negative gate DC stress,
the decrease of deep-gap states in a-Si:H layer dominates the
degradation while trapping of positive carriers may also
occur, causing the I–V curve to shift negatively. The
degradation of a-Si:H TFTs under gate AC stress is proposed
to be treated as the composition of gate DC stress. The
degradation depends on the frequencies for negative gate

AC stress which can be explained by the resistance and
capacitance (RC) time delay effect.8) And the different
effective stress time results in obvious duty ratio dependence
of gate AC stress.

More recently, there has been significant progress in
extending the applications of a-Si:H TFTs. The integration
of row and column drivers on the backplane of LCDs is one
of the promising applications. Unlike traditional application,
a-Si:H TFTs in the column driver act no longer switch TFTs
only but driver TFTs as well. Such application would require
the device to withstand voltages stress on both gate and drain
terminals. And as such, the instability will become a key
concern for proper operation of the pixel circuit and would
seriously affect its life time. However, in contrast of the
widely discussed instability under gate stress, the degrada-
tion behavior of a-Si:H TFTs under drain stress has been
paid much less attention. In this study, the instability of
a-Si:H TFTs under drain DC and AC stress with various
voltage level, signal frequency, and duty-cycle conditions
is discussed to verify the degradation behavior under drain
stress. Furthermore, based on the measured data from drain
DC stress, a simple linear combination method is proposed
to estimate the threshold voltage shift for the device under
drain AC stress. By using this model, the degradation
behavior and the life time of a-Si:H circuit can be easily
predicted with simple equations.

2. Experimental Methods

The a-Si:H TFTs used in this study are the conventional
bottom-gate inverted stagger structure on glass substrates.
After the deposition and patterning of gate metal on the glass
substrates, three layers, i.e., silicon nitride (SiNx, 4000 Å),
a-Si:H, and n+ a-Si:H films, are successively deposited in
the plasma enhanced chemical vapor deposition (PECVD)
system. After making the source/drain electrodes, the n+
a-Si:H region between the source/drain electrodes is etched
off by reactive ion etch (RIE) method. Then, the passivation
layer is used to cap the channel region to complete the
fabrication procedure. All TFTs with the same length (L) of
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5 mm and width (W) of 20 mm are used for instability test in
this study.

In order to simulate the stress conditions of most
advanced applications, various experiments for drain DC
and AC stress with gate-bias are performed. The HP41501
pulse generator and HP4156 precise semiconductor param-
eter analyzer are used to perform stress on the devices and to
extract the transfer characteristics of the devices after stress.
The current transfer characteristics for the a-Si:H TFT used
in this work is shown in Fig. 1. The threshold voltage and
subthreshold swing of the fresh device are respectively 4.3 V
and 1.08 V/decade. For enhancing the unapparent degrada-
tion, all the stress and measurement conditions are per-
formed under 60 �C which is about the real operating
environment temperature in most applications.

3. Discussion

3.1 Drain DC stress
The experiment conditions of drain DC stress are

separated into two groups. For ON region drain DC stress,
the gate-bias voltage VG is set to 20 V to keep the TFT
channel formed in the a-Si:H layer. Then DC signals of
different voltage level are applied on the drain electrode to
investigate the effect of drain voltage levels. For OFF region
drain DC stress, the gate voltage is set to 0 V (grounded) to
keep the TFT operating in OFF region. Also, DC biases of
different voltage level are applied on the drain electrode to
investigate the degradation in OFF region operation. The
stress time is 1000 s and the source electrode is grounded in
all stress conditions.

For ON region drain DC stress, with the fixed 20 V gate
bias, the drain voltage is modulated from 0 to 30 V with
increasing step of 5 V to investigate the effect of drain
voltage level. Figure 2 shows the current transfer behaviors
for the device before and after ON region drain DC stress. It
can be observed that the device after stress shows apparent
threshold voltage (VTH) shift and almost unchanged sub-
threshold swing behavior. The inset in Fig. 2 shows the VDS

dependence of VTH shift for ON region drain DC stress. It
is observed that threshold voltage shift seriously depends
on the supplied drain voltage levels. The VTH shift is about
+1.2 V after 1000 s of +20 V gate stress without any drain

bias. With the increasing of drain bias voltage, the VTH shift
declines to +0.5 V when the drain bias increases to +30 V.
In this experiment, from Fig. 3, the obvious power-law time
dependence of positive VTH shift can be discovered. This
phenomenon indicates that the defect states creation is the
dominant instability mechanism of this ON region drain DC
stress. From the theory of defect pool model, the rate of
defect creation is a function of the barrier to defect
formation, the number of carriers, and the density of the
weak bond sites.9) It has also been proven that the higher
gate bias applied, the worse degradation a-Si:H TFTs would
suffer.5) In this experiment, when the drain bias increases,
the relative VGD is decreased while VGS remains unchanged.
And the carrier concentration in the channel near the drain
terminal would be reduced by the descending VGD which
results in less defect creation. This can explain the drain
voltage dependence of a-Si:H TFTs degradation under ON
region drain DC stress. Karim et al. had reported similar
results in their research.10) Besides the linear region
operation, they also reported that once the TFT is saturated,
there is no significant change in the concentration of channel
charge. As the TFT is further driven into saturation, the
change in VTH shift is negligible. This phenomenon is also
found in our experiment that when VDS is higher than 15 V
(saturation region), the slope of VTH shift curve would
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become smaller than that as VDS is smaller than 15 V (linear
region) as shown in the inset of Fig. 2.

For OFF region drain DC stress, the gate bias is removed
and the drain voltage is modulated from 10 to 40 V with
increasing step of 10 V. Figure 4 gives the current transfer
curves for the device before and after OFF region drain DC
stress. Only VTH shift can be observed and changes in
subthreshold swing are negligible. The inset in Fig. 4 shows
the VDS dependence of VTH shift for OFF region drain DC
stress. The VTH shift is about �0:15 V after 1000 s of +10 V
drain DC stress with gate grounded and becomes more
negative to �0:8 V as the drain voltage is up to +40 V.
Regardless of the polarity, Fig. 5 shows that the power-law
time dependence also appears in the OFF region drain DC
stress experiment. This should be the evidence of defect
removal effect. With no bulk voltages should be taken into
consideration, the OFF region drain DC stress is just like the
stress condition of negative gate DC stress on the single side
of the TFT. That is the reason why the I–V degradation
behavior of OFF region drain DC stress is very similar to
negative gate DC stress. As the drain bias increases, the
relative VGD becomes more negative and introduces worse
degradation at the same time, which can fairly explain the
drain voltage dependence in OFF region.

3.2 Drain AC stress
For the advanced circuit applications formed with a-Si:H

TFTs, the devices act not only the switches but also the
driving components, such that various circuit operation
conditions would be applied to the devices in the driving
circuit. This reveals that the reliability issue of the circuits
under various AC operation conditions would be even more
important as the a-Si:H TFTs are applied in the advanced
circuits. In the following sections, the device reliability
under different operation conditions would be discussed.
Three groups of experiment conditions with different drain
voltage peak level, frequency and duty ratio conditions are
designed to investigate the device’s reliability behavior
under drain AC stress. For peak level dependent experiment,
gate biases of 0 and 20 V are also introduced to keep the TFT
operating respectively in OFF and ON region. The AC
signals with different voltage peak levels are applied to the
drain electrode to investigate the peak level dependence. The
frequency here is set as 10 Hz with 50% duty ratio and
the low level of the drain voltage is 0 V for these stress
conditions.

For the experiment studying frequency dependence, three
different experiment conditions are performed. In ON region
linear mode, the gate bias is 20 V with drain high level
voltage 5 V and low level voltage 0 V. In ON region
saturation mode, the gate bias remained 20 V with drain high
level voltage changed to 30 V and low level voltage fixed on
0 V. In OFF region experiment, the gate electrode is grounded
to make sure the channel is not formed in the a-Si:H layer.
The drain high level voltage is set on 40 V with 0 V low level
voltage. With these chosen voltage levels, various frequen-
cies of the drain AC signals are applied to investigate the
frequency effect of drain AC stress with the duty ratio of 50%.

For duty ratio dependent experiment, it is deliberately set
the same stress voltage levels as the frequency dependent
experiment for the three operation modes and 10 Hz is
picked as the test frequency. In this part of experiment for
duty ratio examination, various duty ratios of drain AC
signals are designed to investigate the effect of duty ratio of
drain AC signal on device’s reliability.

3.2.1 ON region operation
In order to investigate the effect of peak level in ON

region drain AC stress, the peak level of drain AC signal is
modulated from 5 to 30 V with increasing step of 5 V while
the low level of drain signal is fixed at 0 V. The gate bias
is kept at 20 V and the source is grounded. Figure 6 shows
the current transfer behavior of the device before and after
the ON region drain AC stress. Similar to the curves in ON
region drain DC stress, only VTH shift for the stressed
devices can be observed and the subthreshold swing remains
almost unchanged. The inset of Fig. 6 shows the VDS

dependence of VTH shift for ON region drain AC stress. As
can be seen, the degradation behavior of ON region drain
AC stress is very similar to that under ON region drain DC
stress mentioned in the previous section. The VTH shift also
decreases with the increasing drain peak level. In addition, a
significant power-law time dependence of the positive VTH

shift is discovered in Fig. 7. This proves that defect state
creation may also be the main degradation mechanism of
ON region drain AC stress.
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Compare the data between the insets in Figs. 2 and 6,
it can be found that the degradation is worse and the
dependence on the drain applied voltage is clearer in DC
stress than that in AC stress. It can be interpreted that the
degradation near drain is less during the high-level period of
drain AC signal than that during the low-level period.
Taking the AC stress condition of VDS ¼ 0{20 V for
example, during the low-level period of drain AC signal,
the TFT suffers positive 20 V gate stress on both source and
drain edges. But during the high-level period, the relative
VGD is zero and only the source edge is stressed by 20 V gate
bias thus induces less degradation. In other words, for ON
region drain AC stress with duty ratio 50%, only 50% of
the stress time of the drain AC signal would result in
degradation and thus in such AC stress conditions the
positive VTH shift can be effectively reduced.

For the ON region drain DC stress in section A, the VTH

shift under VDS ¼ 0 V with 20 V gate bias can be treated as
pure gate induced degradation �VTH (Gate DC). The VTH

shift with non-zero drain DC voltage and 20 V gate bias can
be expressed as �VTH (Gate DC + Drain DC). The reduced
VTH shift induced by the drain DC stress can then be
expressed as

�VTH (Drain DC)

¼ �VTH (Gate DC)

��VTH (Gate DC + Drain DC):

ð1Þ

From the illustration in last paragraph, the VTH shift under
ON region drain AC stress can thus be estimated as

�VTH (Gate DC + Drain AC)

¼ �VTH (Gate DC)� 1=2�VTH (Drain DC);
ð2Þ

where 1/2 represents the 50% duty ratio.
It has been proposed that the VTH shift caused by defect

state creation under gate DC bias can be expressed as7)

�VTH (Gate DC) ¼ AðVGS � VTÞt�; ð3Þ

where A and � are temperature-dependent parameters and
have been calculated as 3:72� 10�3 and 0.42 respectively
for the samples used in this work. Besides, VGS represents
the gate bias, VTH the initial threshold voltage, and t the
stress time.

Also, the VTH shift under drain DC stress with gate DC
bias has been proposed as10)

�VTH (Gate DC + Drain DC)

¼
QG

QG0

� �
AðVGS � VTÞt�:

ð4Þ

The QG0 in eq. (4) is the channel charge under gate DC
stress which can be expressed as10)

QG0 ¼ CG �W � LðVGS � VTÞ; ð5Þ

where CG is the TFT gate capacitance per unit area, W is the
transistor width, and L is the transistor length. And QG in
eq. (4) is the channel charge under drain DC stress with gate
DC bias and can be expressed as10)

QG ¼
2

3
CG �W � L

ðVGS � VTÞ3 � ðVGD � VTÞ3

ðVGS � VTÞ2 � ðVGD � VTÞ2
; ð6Þ

where VGD is the gate-to-drain voltage.
By using eqs. (3) and (4), eq. (1) can be transformed into

a general form as

�VTH (Drain DC) ¼ 1�
QG

QG0

� �
AðVGS � VTÞt�: ð7Þ

Thus, eq. (2) can be rewritten as

�VTH (Gate DC + Drain AC)

¼ 1�
1

2
1�

QG

QG0

� �� �
� AðVGS � VTÞt�:

ð8Þ

The 1/2 in this equation stands for the 50% duty ratio, which
will be discussed later in the duty ratio experiment.

By using these simple equations, the approximate degra-
dation of ON region drain AC stress can be predicted and the
satisfactory agreement with the real measured data can be
obtained as shown in Figs. 8 and 9. This result can also
provide a significant proof that the degradation under ON
region drain AC stress is mostly composed of the ON region
drain DC stress in high-level period and low-level period of
the drain AC signal.

For investigating the frequency effect of ON region drain
AC stress, two sets of drain AC signal are chosen which
respectively represents the operation in linear mode and
saturation mode. Frequencies of drain AC signal progres-
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sively ranging from 1 to 10 kHz are designed to investigate
the frequency effect. The duty ratio is set as 50%.
Figure 10(a) shows the ID–VG transfer curves for the devices
before and after stress of ON region drain AC stress with
different frequency ranging from 1 to 10 kHz and drain AC
signal 0 – 5 V, while Fig. 10(b) shows that with drain AC
signal 0 – 30 V. Only VTH shift is observed in the ID–VG

curves for the stressed device and the amount of shift for
different stress frequencies is very close. Figure 10(c) shows
the threshold voltage shift versus drain signal frequencies for
ON region drain AC stress. The VTH shift is almost the same
under drain AC stress with different frequencies for both
linear and saturation mode. In other words, the degradation
is not frequency-dependent under these stress conditions.
The frequency independent phenomenon was reported in
positive gate AC stress.6,7) For the ON region drain AC stress
experiment, the stress conditions can be treated as positive
gate AC stress near drain with gate DC stress near source
electrode. The RC time delay effect8) can be introduced
to explain the frequency independence. For the gate DC
voltage 20 V and the AC signal applied to the drain
electrode, the drain electrode essentially suffers from posi-
tive gate AC stress by the alternate VGD from drain AC
signal. For each low-level period of the drain pulse, due to
positive gate bias, it can be inferred that the electrons would
rapidly accumulate in the channel. In other words, the RC
time constant is low enough to be neglected under this

operation frequency. Due to fast electron accumulation, the
drain AC signal can generate effective voltage change in the
a-Si:H layer synchronously even if the AC frequency is up
to 10 kHz. Consequently, the density of created states is
almost equal for different stress frequencies. As a result,
the degradation of ON region drain AC stress shows no
frequency dependence. Furthermore, base on this conclu-
sion, the frequency-independence reveals that eq. (8) would
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be applicable in modeling for reliability in the operation
conditions under any frequencies.

Besides frequency dependence, duty ratio is also a key
to understand the degradation mechanism. Same as the last
experiment, two sets of drain AC signal had been chosen for
the duty ratio dependence experiment. Pulse width of drain
AC signal ranges from 25 to 75 ms progressively with fixed
pulse period of 100 ms is adopted to investigate the effect of
duty ratio on device reliability. The ID–VG curves before and
after drain AC stress with different duty ratio for the linear
region stress are given in Fig. 11(a), while those for the
saturation region stress are given in Fig. 11(b). The after-
stress VTH shift versus stress drain signal duty ratio is shown
in Fig. 11(c). The VTH shift obviously decreases with the
increasing duty ratio for both linear and saturation mode
operation. As referred to previous reports,6,7) the degradation
of a-Si:H TFTs under gate AC stress shows apparent duty
ratio dependence because of the effective stress time of the
gate AC stress. Back to the experiment in this work with ON
region drain AC stress, based on the discussion above, the
relative VGD plays an important role of the degradation. In
addition to the +20 V gate DC stress near source, the drain
electrode also suffers +20 V gate stress during low-level
period of the drain AC signal. Only the stress time of drain
AC signal which operates in high-level period can effec-
tively reduce the degradation. Thus, the degradation de-
creases with the increasing duty ratio and shows apparent
duty ratio dependence. Base on this result, eq. (8) can be
refined as:

�VTH (Gate DC + Drain AC)

¼ 1� Dc 1�
QG

QG0

� �� �
� AðVGS � VTÞt�;

ð9Þ

where 1/2 in eq. (8) is replaced with Dc representing duty
ratio.

By using eq. (9), the approximate degradation of ON
region drain AC stress with various duty ratios under any
frequencies and stress time can be predicted. And the fitted
result shows great agreement with the real measured data, as
shown in Fig. 12. However, this equation is only used for
evaluating approximate result. Some detailed factors such as
the state relaxation during drain high-level and low-level
periods which has not yet been quantified are neglected.

3.2.2 OFF region operation
For OFF region drain AC stress, the gate and source

voltages are set to 0 V (grounded) to keep the TFT staying in
OFF region. The stress conditions are that the high-level of
drain AC signal ranges from 10 to 40 V with increasing step
of 10 V while the drain low-level is fixed at 0 V. Figure 13
shows the ID–VG curves before and after OFF region drain
AC stress with different values of high level of drain AC
signal. Similar to the aforementioned ON region drain AC
stress, only VTH shifts are apparent and the subthreshold
swing remains almost unchanged for the stressed device.
The VDS dependence of VTH shift for OFF region drain AC
stress is given in the inset of Fig. 13. It can be observed that
the VTH shift becomes more negative with the increasing
drain high-level and shows the same trend as OFF region
drain DC stress. Figure 14 shows the relationship between
absolute value of VTH shift and the stress time. It is obvious

that the power-law time dependence also appears in the OFF
region drain AC stress. This means that the dominant
mechanism of degradation, defect state removal, is the same
as the case in OFF region drain DC stress.

For OFF region drain AC stress, during the low-level
period of drain AC signal, all three terminals of a-Si:H TFT
are grounded at the same time thus no degradation will occur
in this period. But during the high-level period, the stress
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condition will be the same as the case in OFF region drain
DC stress, which is just like negative gate DC stress on
single side of the TFT. As the drain high-level increases, the
relative VGD becomes more negative and hence introduces
more degradation. This can finely explain the dependence of
the high-level value in OFF region drain AC stress.

The same as ON region drain AC stress, one may be able
to estimate the degradation of OFF region drain AC stress
from the measured data of drain DC stress. Since the VTH

shift of OFF region drain DC stress shows ideal power law
time dependence in Fig. 5, one can easily evaluate the VTH

shift after 500 s drain DC stress by fitting these curves. Here,
500 s is the high-level period of 1000 s drain AC signal with
50% duty ratio. As shown in Fig. 15, the evaluated data
shows good agreement with the real measured data as
expected. This result can provide a significant proof that the
degradation under OFF region drain AC stress might mostly
be composed of OFF region drain DC stress, which shows
apparent dependence on the effective stress time of the high-
level period of the drain AC pulse.

Similar experiment is performed to investigate the
frequency effect of OFF region drain AC stress on the
device. The drain AC signal of 0 – 40 V which is supposed to
have the most apparent result is chosen. The frequency of

drain AC signal from 10 to 100 kHz progressively is used to
investigate the effect of frequency on device reliability.
Figure 16 shows ID–VG curves for the device before and
after stress and the inset shows the result of OFF region
drain AC stress with different stress frequencies. The value
of VTH shift becomes less as the drain frequency increases.
In contrast to ON region drain AC stress, the degradation
shows obvious frequency dependence for OFF region drain
AC stress. The RC time delay effect mentioned in the ON
region drain AC stress section could also be used to explain
this phenomenon. During stress, the drain electrode suffers
from relatively negative gate AC stress from the drain AC
signal thus the major carriers are holes under such stress
condition. Because of the block of n+ a-Si:H layers at the
drain junction, the effective resistance for hole supply is very
high for negative gate stress. Hence, the RC time constant
will become very large that the RC time effect must be taken
into account. As the frequency increases, the speed of holes
accumulation will no longer able to catch the high frequency
AC signal thus the drain AC signal cannot generate effective
voltage change in the a-Si:H layer. Consequently, the density
of created states will decrease with the increasing frequen-
cies of drain AC signal and induce less degradation.6,7)

To further study the degradation behavior of OFF region
drain AC stress, the experiment conditions with different
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duty ratios had also been performed to verify the effect of
effective stress time. Pulse width of drain AC signal from 25
to 75 ms progressively with fixed pulse period of 100 ms is
used to investigate the duty ratio effect. Figure 17(a) gives
the current transfer behavior for the device before and after
stress and its inset shows the extracted VTH shift for the
device after stress. From the result shown in the inset, it can
be observed that the degradation becomes worse with the
increasing duty ratio. From the discussion in the last
paragraph, the degradation of OFF region drain AC stress
comes from the negative gate stress near drain during on the
high-level period of the drain AC signal. In other words,
only the stress time of high-level period can effectively
generate the degradation of a-Si:H TFTs. As the duty ratio
increases, the effective stress time also increases at the same
time and the degradation becomes worse. Base on this
conclusion, the VTH shift after drain AC stress with duty
ratio 25, 50, and 75% under low frequency of 10 Hz are
fitted with 250, 500, and 750 s OFF region +40 V drain DC
stress as shown in Fig. 17(b). As shown in this figure, the
data can be fairly fitted, which indicates that the degradation
is strongly affected by the effective stress time and this also
reveals that the degradation under low frequency operation
can be evaluated from the DC reliability behavior. This
finding would be helpful in predicting and evaluating the
device reliability behavior for the devices used as switches
as well as for the a-Si:H TFT-integrated circuits.

4. Conclusions

The degradation behavior of a-Si:H TFTs under drain DC
and AC stress had been thoroughly investigated in this
paper. It is significantly shown that one can predict the
degradation behavior by analyzing vertical electric field in
source and drain electrode for the drain DC stress. The state
creation and removal are found to still be the dominant
mechanisms of ON region and OFF region drain DC stress,
respectively. Furthermore, a linear combination model has
been proposed to evaluate the VTH shift of drain AC stress
from the drain DC stress data and the good agreement with
real measured data is discovered. This could be very useful
for the design of advanced a-Si:H applications and the

reliability evaluation for both the devices and circuits of
a-Si:H TFTs.
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