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bstract

Efficient phosphorescent polymer light-emitting diode with poly(vinylcarbazole) (PVK) doped by two or three iridium complexes in single and
ilayer structures are studied. With (tris-(2-4(4-toltyl) phenylpyridine) (Ir(mppy)3) as the green emitter and (1-phenylisoquinoline) (acetylacetonate)
ridium(III) (Ir(piq)2) as the red emitter the efficiency is as high as 23 cd/A with broad band emission from 500 nm to 720 nm. For white emission a

2
econd layer is added with blue emitter ((III) bis[(4,-6-di-fluorophenyl-pyridinato)N,C ] picolinate) (FIrpic) doped in PVK. White light containing
hree spectral peaks results with efficiency 8.1 cd/A. As the second blue layer is replaced by the fluorescent (poly(9,9-dioctylfluorene)) (PFO)
hite emission with high color rendering index 86 is achieved. The efficiency is 5.7 cd/A with peak luminance 8900 cd/m2. For a given iridium

omplexes ratio the relative intensity of the green and red emission depends sensitively on the second blue layer.
2008 Elsevier B.V. All rights reserved.
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Organic and polymer light-emitting diodes (OLED/PLED)
ave attracted great attention for the use in flat panel display and
ighting [1,2]. Recently OLED has been demonstrated to reach
early 100% internal quantum efficiency with the employment
f phosphorescent emitters [3]. Due to its low cost solution pro-
ess, PLED has the potential to be more competitive than OLED
n many future applications. One promising way for display
pplication is using white PLED combined with color filters.
or this purpose, white light containing three primary colors is
ssential. Several ways to generate high-efficiency white light
n PLED are reported [4,5]. The spectra however usually con-
ains only two peaks and has weak emission in the red, yielding
ow color rendering index (CRI). The CRI ranges from 0 to 100
nd represents how authentic colors look when viewed with the

ight source. For acceptable illumination sources, it needs to be
igher than 80 [6–8]. Ir complex is known to yield very high
fficiency as doped into the polymer matrix [9–11]. It is there-
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ore desirable to develop efficient white PLED with all three
olors resulting from Ir complex emitter. So far high efficiency
s reported only for a single color, presumably due to the dif-
culty to distribute the recombination evenly among the three
omplexes as their carrier trapping capabilities could be very
ifferent. In this work we study PLED with multiple Ir complex
oping in single and bilayer structures. Poly(vinylcarbazole)
PVK) blended with electron and hole transport molecules
12–15] is used as the host. It turns out that as the green phos-
horescent dye (tris-(2-4(4-toltyl)phenylpyridine) (Ir(mppy)3)
nd red emitter bis(1-phenylisoquinoline)(acetylacetonate) irid-
um(III) (Ir(piq)2) are doped together the high efficiency is
aintained with current efficiency 23 cd/A and emission spec-

ral extending from 500 nm to 720 nm. As the blue dye (III)
is[(4, -6-di-fluorophenyl-pyridinato)N,C2] picolinate (FIrpic)
s added to the same layer there is no blue emission regard-
ess of the concentration, probably due to the much weaker

arrier trapping by FIrpic compared with the green and red
yes. In order to obtain white emission a second blue layer
s added with either phosphorescent dye Firpic doped in PVK
r fluorescent polymer poly(9, 9-dioctylfluorene) (PFO) as the
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mitter. High color index of 86 and efficiency of 8.1 cd/A are
chieved.

We study four kinds of PLED, including a green one
ased on Ir(mppy)3 (device I), a yellow broad-band one
ased on Ir(mppy)3: Ir(piq)2 (device II) and two white ones
ased on Ir(mppy)3: Ir(piq)2/ blue (phosphorescent or fluo-
escent) bilayer structure device III and device IV Ir(mppy)3
s purchased from American Dye Sources, Ir(piq)2 and FIr-
ic are purchased from Luminescence Technology Corporation.
r(mppy)3 and Ir(piq)2 are doped into PVK host blended with
, N ′-diphenyl- N, N ′-(bis(3-methylphenyl)-[1,1-biphenyl]-4,
′diamine) (TPD), and 2-(4-biphenylyl)-5-(4-tert-butylphenyl)-
,3,4-oxadiazole (PBD). TPD and PBD are functional materials
o enhance carrier transporting ability. FIrpic acts as the
lue phosphorescent emitter and is doped into PVK host
ith 1,3-bis[(4-tert-butylphenyl)-1,3,-4-oxidiazolyl]phenylene

OXD-7) to enhance the electron transporting ability [16].
FO (Mw = 365, 000, purchased from ADS) is chosen as the
lue florescent emitter. Poly[(9,9-dioctylfluorenyl-2,7-diyl)-co-
4- 4′-(N-(4-sec-butylphenyl))-diphenylamine)] (TFB, Mw =
97, 000, purchased from ADS) is used as hole injection
ayer. The PLED devices were fabricated on glass substrates
ith patterned indium-tin oxide (ITO) layer. The ITO glass is

leaned in acetone and then exposed to UV-ozone for 20 min.
hen 50 nm hole injection layer of poly-(3,4-ethylenedioxy

hiophene) doped with poly(styrene sulfonate) (PEDOT: PSS,
aytron P CH 8000) is spin coated and annealed at 100 ◦ C

or 40 min. TFB dissolved in toluene is spin coated on PEDOT:
SS layer and annealed at 180 ◦ C for 40 min to remove the
esidual solvent, then spin-rinsed by toluene to remove the dis-
olvable part [17]. Afterwards, the blended emission layer for
reen light is deposited by spin coating to form a 70 nm thin film
or device I then baked for 60 min at 80 ◦C. For device to ensure
etter solubility of FIrpic and PVK and spin coated directly
pon the blended emissive layer to form a 45 nm thin film and
ollowed by annealing at 80 ◦ C for 1 h. The high molecular
eight PVK (Mw = 1, 100, 000) has poor solubility for toluene

olution, so the mutual dissolution is negligible. For white light
evice IV, PFO is dissolved in toluene and spin coated upon
he blending emissive layer to form a 40 nm thin film and then
nnealed at 120 ◦ C for 1 h. All the procedures are performed in
ir. The CsF (1 nm)/Al (100 nm) cathode for device I, II, IV and
sF (2 nm)/Al (100 nm) for device III are evaporated onto the
missive layer under vacuum at the pressure of 8 × 10−7 Torr.
ig. 1(a) shows the energy profile of the materials use in this
ork [18–20]. LEP represents light-emitting-polymer which is

n general a blend of various materials. The LEP weight blending
atio is PVK:PBD:TPD: Ir(mppy)3 = 61 : 24 : 9 : 6 for device
, PVK:PBD:TPD: Ir(mppy)3 : Ir(piq)2 = 61 : 24 : 9 : 6 : 0.34
or device II, PVK:PBD:TPD: Ir(mppy)3 : Ir(piq)2 = 61 : 24 :
: 3 : 12 for device III and PVK:PBD:TPD: Ir(mppy)3 :

r(piq)2 = 61 : 24 : 9 : 3 : 3 for device IV. The electron affin-
ty (EA) and ionization potential (IP) of polymer used in this

rticle are shown in Fig. 1(b). The electroluminescent (EL)
haracteristics of the device are measured with Keithley 2400
nd PR650 Spectroscan spectrometer. The CIE coordinates and
RI of the white PLED are calculated with the PR650 soft-
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ig. 1. (a) Schematic energy level diagram of the device. (b) Electron affinity
nd ionization potential of materials used in this work. Numbers are given in eV.

are. All the measurements are carried out in ambient air after
ackaging.

Fig. 2 shows the performance of device I and device II. For
reen light devices based on Ir(mppy)3, the current efficiency of
he device with spin rinsed TFB layer is 47.9 cd/A with power
fficiency of 29.6 lm/W, and the external quantum efficiency
EQE) of 14%, about 20% increase from the device without
FB layer. The current density is also increased, indicating that

he TFB layer facilitates the hole injection. The luminance is
lso enhanced from 2445 cd/m2 to 7318 cd/m2 at 10 V. For yel-
ow light device, we dope Ir(piq)2 together with the Ir(mppy)3
ith the ratio of 1:17.5. The current efficiency is 23 cd/A with
ower efficiency of 9.8 lm/W and the EQE of 10%, only slightly
maller than that of green Ir(mppy)3 device (14%). The lumi-
ance is 9100 cd/m2 at 14 V. The current density and luminance
ecrease relative to the green light device suggesting that Ir(piq)2
lays as a stronger carrier trap compare with Ir(mppy)3. As a
esult, we get yellow light with strong red component by blend-
ng little amount of Ir(piq)2 in Ir(mppy)3. The inset of Fig. 2
hows the EL spectra of the green light and yellow light devices
nd the lifetime of the green TFB/Ir(mppy)3 device at the con-
tant current mode. The yellow light device are composed of

wo distinct peaks and the CIE coordinate is (0.40, 0.56). Even
hough not white, this spectrum is very broad band and covers
mission from 500 nm up to 720 nm. This result demonstrates
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Fig. 2. The performances of PLED including single green emitter and the
mixing of the green and red iridium materials: single layer Ir(mppy)3 blend-
ing system (square), spin-rinsed TFB/Ir(mppy)3 system (circle), spin-rinsed
TFB/Ir(mppy)3:Ir(piq)2 blending system (triangle). (a) The current density
and luminance. Inset is the EL spectrum. Circle is TFB/Ir(mppy) , triangle
i
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spectrum exhibits three distinct blue, green and red emissions
and with the corresponding CRI value of 86 and CIE coordinates
of (0.33, 0.44) for device III . Although the CIE coordinate is
not pure white (0.33, 0.33), the CRI value is very high for dis-
3

s TFB/Ir(mppy)3 : Ir(piq)2 = 17.5 : 1. (b) The current efficiency and power
fficiency. Inset is the lifetime of green TFB/Ir(mppy)3 device.

hat highly efficient multi-color PLED can be made by properly
electing the combination of Ir complexes.

On the basis green-red emission using Ir complexes, we make
hite PLED by adding a blue emitter. Two kinds of blue mate-

ials are used, one is FIrpic (device III) and the other is PFO
device IV). We first add all three phosphorescent dyes FIrpic,
r(mppy)3 and Ir(piq)2 into the PVK blend host and it turns out
hat there is no blue emission at all even as the the FIrpic concen-
ration is 20 times higher than the Ir(mppy)3, in sharp contrast
ith the above case where a small amount of red dye is enough to

ause a large red emission. This implies that the carrier trapping
apability of FIrpic is much weaker than the other two dyes. In
ig. 1(b) one sees that the EA (2.9 eV) and IP (5.8 eV) values
f FIrpic are both much larger than the green and red dyes. In
articular, EA is 0.4 eV and 0.5 eV higher than the red and green
ye, respectively. It is also 0.5 eV higher than the electron trans-
ort molecule PBD. We suspect that the much deeper molecular

evel of FIrpic makes it unlikely for an electron to be trapped
ince a large amount of energy needs to be released. On the other
and, the holes are also not trapped due to the large IP value.
he absence of blue emission in the triple Ir blend therefore indi-
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ates that in order to have a balanced emission among the three
rimary colors, the molecular levels of the dyes must be more or
ess aligned to have an even carrier trapping capability. In order
o achieve white light, the blue emission is realized by adding
he second blue layer containing FIrpic or fluorescent polymer.
ssisted by the poor solubility of high molecular weight PVK

n toluene, the blue layer is formed by directly spinning upon
he layer. The difference in thickness between the total film and
um of Ir(mppy)3:Ir(piq)2 film and PFO film is about 10 nm,
ndicating that the procedure is feasible for multi-layer structure
evices. The performances of white light PLED are shown in
ig. 3. For device III, with Firpic blended in PVK as the blue

ayer, the maximum current efficiency is 8.1 cd/A with the cor-
esponding EQE of 4.28% and power efficiency of 3.62 lm/W.
he maximum luminance is 4130 cd/m2. The CIE coordinates
re (0.34, 0.43) at 7 V and (0.32, 0.42) at 10 V. For device IV with
ure PFO as the blue layer, the maximum current efficiency is
.7 cd/A, with the corresponding EQE of 2.1% and power effi-
iency of 2.2 lm/W. The maximum luminance is 8900 cd/m2.
he CIE coordinates are (0.34, 0.45) at 7 V and (0.32, 0.42) at
0 V. Fig. 4 shows the spectrum of device III and device IV. The
ig. 3. The performances of white PLED by adding phosphorescent materi-
ls (FIrpic, triangle) and fluorescent (PFO, circle). (a) The current density and
uminance. (b) The current efficiency and power efficiency.
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ig. 4. The EL spectra of white PLED using (a) FIrpic and (b) PFO for the
econd layer at different voltages.

lay application using color filter to separate the three primary
olors. The device performances are summarized in Table 1.

One of the remarkable features of the multiple doped phos-
horescent PLED is that for a given ratio between Ir(mppy)3and
r(piq)2 in the first layer, the relative emission intensity of the
reen and red depends depends dramatically on the presence and
he nature of the second blue layer. For single layer device in

rder to have the comparable green and red emission as shown
n Fig. 2(a), the Ir(mppy)3 to Ir(piq)2 dye ratio in the blend
s 17.5:1 where the red dye only constitute a small fraction.
urprisingly as the second PFO layer is added, the red ratio

e
t
s
h

able 1
erformance of PLED in this work

abel Maximum current efficiency (cd/A)

r(mppy)3 40.46 (at 6 V)
FB/Ir(mppy)3(I) 47.9 (at 6 V)
FB/Ir(mppy)3:Ir(piq)2(II) 22.8(at 8 V)
FB/LEP/FIrpic(III) 8.1 (at 7 V)
FB/LEP/PFO(IV) 5.7 (at 8 V)
irpic 9 (at 7 V)
tals 158 (2008) 287–291

eeds to be raised to 1:1 in order to have the balanced emission
hown in Fig. 4. Furthermore, as FIrpic doped in PVK blend
s used as the second blue layer, the red dye have to be further
ncreased to as much as 1:4 and become the predominant com-
onent in the first layer in order to obtain the spectrum in Fig. 4.
e believe that this feature indicates that the operation of the

evice is dominated by the amount of the electron flow into the
rst layer. Apparently, the relative electron trapping capability of
r(piq)2and Ir(mppy)3depends sensitively on the electron current
ensity. As the electron supply is high, Ir(mppy)3 may become
asily saturated and the rest of the electron has to recombine in
r(piq)2. This is why we only need a small amount of Ir(piq)2
or single layer where the electrons are directly injected from
he CsF cathode. As the blue layer is inserted between the cath-
de and the first layer, electrons are blocked in the blue layer
ith poor electron mobility and the electron current supplied to

he first layer become limited. In that case Ir(mppy)3 can trap
lectrons as efficiently as Ir(piq)2, so the red dye needs to be
ncreased. Another reason for this is the red dye is the deepest
ole trap in the PVK system and the trapped holes will attract
lectrons and facilitate electron injection from the cathode. FIr-
ic doped PVK appears to be have poorer electron transport
han PFO since even higher red dye is necessary. Further sup-
ort comes from the dependence of the green-red spectrum on
he thickness of the blue layer and the CsF in cathode which

odulates the electron flow. CsF is increased from 1 nm to 2
m for device III for better electron injection.

Above we report PLED with green, green plus red, and green
lus red plus blue iridium emitters. It turns out that before the
ddition of blue emitter Firpic the efficiency is high and compa-
able to small molecule OLED: external quantum efficiency of
4% for green, 10% for green plus red. Unfortunately when blue
mitter is added the quantum efficiency drops to 4.3% which is
ven lower than the best fluorescent white PLED. Such reduced
fficiency directly results from the low efficiency for PLED with
lue emitter only. In Fig. 5 the purely blue PLED with Firpic
mitter shows efficiency up to only 9 cd/A (4%) no matter how
e tune the ratio other small molecules including electron and
ole transport materials. Neher and co-workers were the first to
eport high efficiency PLED with green Ir complex, but their
lue PLED efficiency is only 5.7% which is close to our result
21]. It is probably because the triplet energy of PVK is not high

nough to confine the triplet excitons of blue Ir complex. Indeed
he host used for blue Ir OLED is much higher than PVK. Such
uperior host for PLED seems yet to be discovered. Recently
igh efficiency is reported for blue Ir PLED by Mathai et al.

Maximum EQE (%) Maximum luminance (cd/m2) CRI

11.53 (at 6 V) 2445 (at 10 V) N/A
13.9 (at 6 V) 7318 (at 10 V) N/A
9.84 (at 8 V) 3012 (at 10 V) N/A
4.28 (at 7 V) 3026 (at 13 V) 74
2.1 (at 8 V) 6124 (at 13 V) 86
4 (at 7 V) 2200 (at 13 V) N/A
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ig. 5. The performances of blue Firpic PLED. (a) The current density and
uminance. (b) The current efficiency and power efficiency.

16] using the same materials and device structure. The differ-
nce in processing conditions between their and our works is not
nderstood so far. Regardless of the problem of the blue emitter,
he major result of our work is that very high efficiency yellow
mission can be achieved with both green and red dopants. As for
hite PLED more works are needed to solve the reproducibil-

ty of blue PLED efficiency first. Furthermore the stability of
he device is not good compared with fluorescent PLED. In fact
his is general problem for PLED with PVK host doped with Ir
omplexes.

In conclusion, we demonstrate simple device structure for

ultiply Ir complex-doped white light PLED with high color-

endering index by employing green and red iridium dyes in
ne layer and adding another layer of blue iridium dye blend
r fluorescent blue polymer by direct spin coating. Without the

[
[

[

tals 158 (2008) 287–291 291

lue layer, the broad band yellow emission reaches 23 cd/A in
fficiency. With the blue layer, the white light current efficiency
s 8.1 cd/A for the blue Ir dye and 5.7 cd/A for the blue polymer.
he CRI reaches as high as 86 with maximum luminance is
900 cd/m2. With the easy solution manufacturing and high CRI
alue, it is applicable to large-area full color display and lighting.
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